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Th% EFFECTS OF MOLECULAR STRUCTURE ON T m  

THERMOCHEMICAL PROPERTIES OF PHENOLICS 

AND "TED POLYMERS1 

By John A. Parker and Ernest L. Winkler 
Ames Research Center 

SUMMARY 

Phenolic resins and related polymers have been synthesized by established 
methods to provide different types of char-forming polymers for pyrolysis 
studies. Certain features of the molecular structure of these polymers which 
determine the char yield have been characterized. Pyrolysis studies have been 
carried out under both thermogravimetric conditions and in environments simu- 
lating reentry ablation to relate the char yields of these polymers to their 
molecular structure. 

It has been possible to account for the char-forming reactions of these 
phenolic derived resins in terms of a general pyrolysis mechanism for these 
classes of polymers. An analysis based on this mechanism has been developed 
which predicts f r o m  molecular structure the observed thermogravimetric char 
yields accurately over a range from 11 to 65 percent yield. 
makes it possible to control the primary rates of vapor to char production as 
required f o r  particular heat-shield applications. 

This analysis 

Composites have been developed from these polymers and have been tested 
under one-dimensional pyrolysis simulating reentry ablation. Up to applied 
heating rates of about 23 cal cm-2sec-1, the observed char yields agree quite 
closely with those obtained in thermogravimetric tests. It is tentatively 
concluded that the primary char-forming processes with these classes of mate- 
rials are independent of polymer heating rate over a range of temperature rise 
rates varying from 2O to 5000' C per minute. 
heating rates greater than 23 cal em-2sec-l an additional amount of char is 
formed due to secondary pyrolysis of vapor products within the char matrix 
induced by high char temperatures. These secondary processes seem to depend 
on surface temperature, impact pressure, and the chemical nature of the vapor 
products. 

With certain composites and at 

INTRODUCTION 

Mai-iy diverse polymers, such as phenolics, epoxy novolacs, polybenz- 
imidazoles, and polyphenylenes, are char-forming resins (ref. 1). The partic- 
ular combinations of thermochemical and thermophysical properties of these 

~ __  - . . . . . . . . . -~ .-. ~ - .  _ _ _ _  
'A summary of this report was presented at the Symposium on Phenolic 

Chemistry, National Meeting of American Chemical Society, Miami, Florida, 
April 1.957. 



char-forming r e s i n s  have made them of spec ia l  i n t e r e s t  as major components of 
reent ry  heat sh ie lds  f o r  manned space vehicles .  Such polymers protect  the  
vehicle  substructure from aerodynamic heating during reentry by undergoing 
thermal degradation i n  place.  Heat may be absorbed by chemical and physical 
processes within t h e  pyrolyzing mater ia l .  The pyrolysis  vapors d i f fus ing  
from t h e  surface block convective heat t r a n s f e r  t o  t h e  surface of t h e  vehicle.  
The res idua l  hot char cap formed by t h e  pyrolysis  process re rad ia tes  a p a r t  
of t h e  heat reaching t h e  surface.  A t  very high heating r a t e s  which r e s u l t  i n  
surface temperatures exceeding 3000' K,  t h e  "sublimation" of the  carbonaceous 
char may be another important heat blocking process. These various processes 
a r e  highly coupled. For example, t h e  more vapor produced, f o r  a given applied 
heating r a t e ,  the  lower w i l l  be the  surface temperature and t h e  l e s s  heat w i l l  
be reradiated.  The r e l a t i v e  thermal e f f ic iency  of t h e  processes depends both 
on t h e  material and t h e  heating environment. To secure the  maximum e f f ic iency  
of heat protect ion f o r  a p a r t i c u l a r  appl ica t ion ,  it may be necessary t o  vary 
the  primary thermochemical processes by modifying the  polymer cons t i tu t ion .  

A fundamental study of the  thermal degradation mechanisms of char-forming 
polymers i s  being conducted by Ames Research Center t o  provide information f o r  
t h e  development of r a t i o n a l  methods of  designing a b l a t i v e  heat sh ie lds  f o r  
en t ry  vehicles .  To r e l a t e  the  stoichiometric char y ie ld  t o  polymer composi- 
t i o n  and molecular s t r u c t u r e ,  th ree  types of phenolic-derived polymers have 
been studied. All were studied i n  homogeneous form, and some were studied i n  
combination with e i t h e r  a vapor-forming polymer or  quartz f i b e r s .  The study 
had three  phases: synthesis ,  character izat ion,  and pyrolysis  of the  polymers. 
The paper reports  on t h e  ra t iona le  f o r  t h e  choices of polymers synthesized, 
t h e  synthesis routes ,  the  methods and r e s u l t s  o f  polymer character izat ion,  
t h e  methods and r e s u l t s  of polymer pyrolysis  and on a thermal degradation 
mechanism t h a t  r e l a t e s  char y ie lds  f o r  phenolic-derived polymers t o  t h e i r  
composition and s t ruc ture .  

The mechanism proposed f o r  predicting char y ie ld  from polymer s t ruc ture  
is a l s o  t e s t e d  by examining the  r e s u l t s  obtained by Madorsky ( r e f .  2 )  from 
the  pyrolysis of a spec i f ic  phenolic r e s i n .  He reported t h a t  polybenzyl does 
not form a char,  even though t h i s  polymer possesses intramolecular bonding 
s i m i l a r  t o  the  phenolic r e s i n s .  The appl icat ion of t h e  thermal degradation 
mechanism t o  one-dimensional pyrolysis of bulk specimens (simulating reent ry  
ab la t ion)  i s  contrasted with the  mechanism proposed by Conley ( r e f .  3) f o r  
t h e  oxidative degradation of phenolic r e s i n s .  

F ina l ly  t h i s  paper compares the  yields  of s tab le  char obtained from poly- 
mers by thermogravimetric analysis  i n  i n e r t  environments with those obtained 
by one-dimensional heating a t  high f l u x  l e v e l s  t o  determine the e f fec t  of 
high heating r a t e  on char y ie ld .  
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SEZ3CTION O F  POLYMERS AND COMPOSITES 

Three 
study were 
(3) anhydr 

types of polymers ( a l l  der iva t ives  of phenol) selected f o r  t h i s  
(1) phenolic novolacs, (2)  diphenyloxide modified phenolics ,2 and 

ide-cured epoxy n o v ~ l a c s . ~  The monomers, methods of synthesis ,  and 
polymerization were chosen i n  such a way as t o  permit systematic va r i a t ion  i n  
t h e  number of aromatic groups per gram of polymer, t h e  c ross l ink  dens i ty  and 
t h e  number of kinds of pendant s ide  chains.  These va r i a t ions  i n  molecular 
s t ruc tu re  w e r e  expected t o  provide, i n  t u rn ,  a corresponding systematic (and 
wide) va r i a t ion  i n  char y i e ld .  This expectation w a s  based on the  hypothesis 
t h a t ,  i n  t h e  pyrolysis  of these  c l a s ses  of polymers, char formation occurs 
through the  coalescence of six-membered aromatic r ings ,  with t h e  el iminat ion 
of pendant phenol groups, and a l i p h a t i c  species .  This hypothesis i s  t e s t e d  
by observing t h e  net  y i e ld  of s t a b l e  char obtained, i n  a nonoxidative environ- 
ment, by thermogravimetric ana lys i s  from polymers of known molecular s t ruc-  
ture. It w i l l  be shown i n  t h i s  paper t h a t  with appropriate  spec i f ica t ion  of 
t h e  kinds and numbers of pendant end and s ide  groups, and the  types of i n t r a -  
molecular bonding, t h i s  hypothesis can predic t  t h e  thermochemical char y i e lds  
accurately.  

The tes t  specimens were composites fabr ica ted  t o  prevent cracking and 
severe spa l l ing  of  t h e  b r i t t l e  r e s ins  when pyrolyzed a t  high heating rates. 
The phenolic novolac polymer w a s  formulated with 6-6 nylon and phenolic micro- 
spheres. The anhydride-cured epoxy novolacs were combined with chopped pure 
quartz f i b e r s .  To secure quant i ta t ive  y ie lds  of char under simulated ab la t ion  
t e s t i n g  for t he  specimens with nylon added, it w a s  necessary t o  account f o r  
t he  e f f e c t  of t h e  presence of t h a t  vapor producer on the  char-forming pyroly- 
sis  of the phenolic novolac. 
quartz f i b e r s  a t  as low a concentration as possible  t o  secure uniform abla- 
t ion ;  t h e  high melting temperature of these  f i b e r s  minimized chemical 
in te rac t ions  between t h e  s i l i c a  and pyrolysis  products. 

The epoxy novolacs were reinforced with pure 

POLYMER SYNTHESIS AND CHARACTERIZATION 

Phenolic Novolac Resins 

A s e r i e s  of model polymers of varying cross l ink  dens i ty ,  number of pen- 
dant end groups, and number of  aromatic r ings  were synthesized from a low 
molecular weight, isomeric oligomer prepared from t h e  ac id  catalyzed reac t ion  
of phenol and aqueous formaldehyde ( r e f .  4 ) .  This phenolic novolac oligomer 
was subsequently crosslinked by reac t ion  i n  t h e  m e l t  with hexamethylene 
tetramine (hexa) . 
t r a t i o n  of hem.  The r e su l t an t  polymers were character ized by elementary 
ana lys i s ,  molecular weight, and so l  g e l  content as a measure of t h e  c ross l ink  
dens i ty .  

The cross l ink  dens i ty  w a s  control led by varying t h e  concen- 

-i __-- 
2Prepared and character ized by L.  F. Sonnabend a t  D O ~  Chemical Company, 

%repared and character ized by B. H. Miles a t  Dow Chemical Company, 
Midland, Michigan, under contract  NAS 7-347. 

Texas Division, Freeport ,  Texas, under contract  NAS 7-347. 
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Isomeric 01-igomer - -. (I).- One-hundred and forty-four grams (1.78 moles) of 
a 37-percent aqueous so lu t ion  of uninhibited formaldehyde , 200 g (2.13 moles) 
of-reagent-grade phenol and 1.0 g of oxa l ic  ac id  were reacted by ref luxing a t  
1OO-10lo C f o r  2.3 hours. 
No uncontrolled exotherm w a s  observed. A t  t h e  end of t h e  reac t ion ,  t h e  mix- 
ture w a s  negative f o r  formaldehyde when tes%ed with 2,4 dinitrophenyl- 
hydrazine. 
phenol, 213 g of t h e  phenolic novolac r e s i n ,  ( I ) ,  w a s  obtained as a b r i t t l e  
g lassy  s o l i d  with a melting point  of 8 9 O  C .  

The pH of t h e  r eac t ion  m i x t u r e  w a s  0 .9  a t  25' C. 

After d i s t i l l a t i o n  of excess w a t e r  and a s m a l l  amount of unreacted 

The r e s i n  w a s  found t o  be completely soluble  i n  acetone, e t h y l  a lcohol ,  

The IR spec t ra  of t h i s  r e s i n  w a s  obtained from a KBr 

Under t h e  reac t ion  conditions used, Woodbrey ( r e f .  5 )  

and methyl e thy l  ketone, bu t  insoluble  i n  nonpolar solvents  (carbon t e t r a -  
chlor ide and to luene) .  
p e l l e t .  N o  absorption i n  the  9.5-10 p region,  c h a r a c t e r i s t i c  of methylol 
groups, w a s  observed. 
has shown t h a t  no e the r  br idges a r e  formed i n  t h e  polymer. It may be con- 
cluded, therefore ,  t h a t  a l l  of t h e  formaldehyde reacted and only methylene 
br idges were formed i n  t h i s  oligomer. From these  observations,  oligomer 
y i e l d ,  molecular weight, and t h e  i n i t i a l  mole r a t i o  of 6.0/3.0 of phenol t o  
formaldehyde, it may be concluded t h a t  t h e  reac t ion  giving phenolic novolac 
(I) proceeds to completion i n  accordance with t h e  equation shown i n  f igure  1 
t o  give 

OH r OH 

Analysis: Calculated f o r  C55H4808; 
Found: C ,  77.0; H ,  5.6; 0 ,  17.4 

SYNTHESIS OF PHENOLIC NOVOLAC I 
(ISOMERIC OLIGOMER) 

H 

AVERAGE MER UNIT OF PHENOLIC NOVOLAC I WITH THREE 
METHYLENE BRIDGES AND THREE PENDANT GROUPS 

Figure 1.- Synthesis and structures of 
phenolic novolacs. 

L 

This s t r u c t u r a l  representat ion i s  con- 
s i s t e n t  for a l l  possible  isomers, l inked 
ortho-ortho, ortho-para, and para-para, 
which could be arranged t o  give from two 
t o  f i v e  pendant hydroxyphenyl-methylene 
groups. The calculated molecular weight 
f o r  t h i s  s t ruc tu re  i s  837, compared w i t h  
a molecular weight of 794 found by 
ebulliometry f o r  t h i s  r e s i n .  

The presence of the  s ing ly  bonded 
pendant groups, as shown i n  t h e  s t ruc ture  
of oligomer ( I ) ,  is  r ead i ly  apparent from 
t h e  IR spec t ra  of t h i s  isomeric oligomer 
given i n  f igu re  2 .  
bands appear a t  820 and 753 cm-1 

Strong absorption 
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Figure 2.- In f r a red  spec t r a  of 
or tho and para  s u b s t i t u t e d  
phenol bands i n  phenolic 
novolacs cured with d i f f e r e n t  
q u a n t i t i e s  of h e m .  

I O 0 0  900 800 700 600 

cha rac t e r i s t i c  of ortho and para 
d i subs t i t u t ed  aromatic r ings .  The possi- 
b i l i t y  of contr ibut ion t o  t h i s  absorption 
by l , 3  d i subs t i t u t ed  o r  monosubstituted 
der iva t ives  i s  ruled out by the  absence 
of an absorption band between 710 and 
680 em-1. When oligomer (I) i s  cured 
with varying amounts of hexa t o  give 
multiple bonded aromatic r ings ,  t h e  
i n t e n s i t y  of the diagnost ic  p a i r  is  
reduced accordingly, as shown i n  f igure  2. 

Polymers from oligomer (I)  with 
hexamethylene tetramine.- The phenolic 
novolac (I) w a s  pol.ymerized i n  t h e  melt, - -  
with various amounts of hexa from 1.5 t o  
8.3 percent by weight. Intimate mixtures 
were prepared by grinding together  t he  
dr ied  oligomer (I)  with hexa. Ten-gram 

samples of these mixtures were fused and polymirized .under dry,  oxygen-free 
argon, a t  a flow r a t e  of 1 l i t e r  per  minute. The samples were heated t o  
137' C a t  a r a t e  of 1.3O C per minute. 
argon and dr ied  t o  constant weight i n  vacuo. All reasonable precautions were 
taken t o  prevent oxidation of  t h e  specimens. No oxidized s t ruc tures  were 
evident i n  the  I R  spec t ra  (not  shown he re in ) .  

The cured polymers were cooled under 

These polymers were character ized by determining the  s o l  f r ac t ion  as a 
measure of t he  degree of crossl inking.  Finely ground 1.0-g samples were 
extracted with acetone i n  a Soxhelet ex t r ac t  and the  s o l  content determined. 
The results obtained are given i n  t a b l e  I f o r  t h e  polymers studied: 

TABU I.- SOL FRACTION, EQUIVALENCE RATIO, AND AVERAGE MOLE WEIGHT O F  
PHENOLIC NOVOLAC (I)  WITH ADDITIONS OF JLEXAMICTHYLENETET€UMINE 

I---- 
Weight 
$ hexa Polymer 

1.52 
1.96 
3.12 
3 -85 
5.66 
8.26 

- .  .- 

Mole r a t i o ,  
phenolic (I)  

hexa 

11 .o 
~- 

8.33 
6 -95 

2 -79 
4.19 

1.86 

Sol  
f r a c t i o n  

1 
9 76 - 51 
.41 
.21 
-09 

. .  

~ 

r ,  equivalence hexa 
equivalence phenolic 

(1) 
_. 

0.111 
.152 
.230 
,285 
.433 
.645 

Mole weight, 
average m e r  

un i t  

844 
847 
851 
857 
867 
882 

The weight percent hexa, t h e  mole, and equivalence r a t i o s  a r e  a l s o  given i n  
t a b l e  I. 
oligomer ( I ) ,  t o  hexa, t h i s  would amount t o  t h e  addi t ion of three methylene 
br idges f o r  each molecule of ( I ) ,  t o  give t h e  crosslinked polymer ( I - f ) ,  t h e  
isomeric representat ion of t h i s  s t ruc tu re  i s  given i n  f igu re  1. 

If a l l  t h e  h e m  reac t s  a t  an i n i t i a l  mole r a t i o  of 1.86:i.oo 
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The s t ruc tu re  of t h e  oligomer ( I ) ,  as w e l l  as i t s  crosslinked der iva t ives ,  
may be establ ished i n d i r e c t l y  by co r re l a t ing  the  observed s o l  f r ac t ions  with 
t h e  i n i t i a l  equivalence r a t i o s  by means of Flory 's  branching mechanism 
(ref .  6 ) .  If oligomer (I) has t h e  isomeric s t ruc tu re ,  t he re  can be 10 reac- 
t i v e  s i t e s  per  molecule of (I). 
defined by Flory i s  t h e  number of these  si tes per mole of t h e  polyfunctional 
reac tan t .  The branch index, acrit, a t  t h e  g e l  point  has been given by Flory 
as 

The point  branching func t iona l i ty ,  f ,  as 

For t h e  phenolic novolac ( I ) ,  t h i s  expression gives  a value of 0.110 f o r  t h e  
s t ruc tu re  and r e a c t i v i t y  proposed. The p robab i l i t y  of forming an i n f i n i t e  o r  
crosslinked network with a s o l  f r a c t i o n  j u s t  less than uni ty  is  given by 

where 

PH extent  of reac t ion  with respect  t o  hexa 

extent of reac t ion  with respect  t o  phenolic novolac (I)  pP 

P funct ional  group d i s t r i b u t i o n  

Since a l l  branch s i t e s  a r e  on ( I ) ,  p = 1 and the  equation reduces t o  

The extent  of t h e  reac t ion  of t h e  hem,  PH, i n  t h e  presence of excess phenolic 
novolac (I)  a t  the  completion of the  reac t ion  must be uni ty .  It follows then 
t h a t  t he  extent of t h e  reac t ion  of t he  phenolic novolac ( I ) ,  PP, must be equal 
t o  the  equivalence r a t i o ,  r ,  defined as t h e  r a t i o  of equivalents of hexa, nH, 
t o  the  number of equivalents of phenolic novolac (I)  , np 
polymerization m i x t u r e  

present i n  

nH r = -  
P n (4) 

The hexa with a molecular weight MH has f H  phenolic reac t ive  equivalents 
per mole. The phenolic (I) with a molecular weight 
t i o n s  and consis tent  with s t ruc tu re  (I) ,  has 
per  mole. If XH i s  t h e  f r ac t ion  of h e m  used per un i t  weight of phenolic, 
t h e  equivalence r a t i o  is  given by 

Mp, under these  condi- 
f p  hexa reac t ive  equivalents 

6 



Under these  conditions 
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t h e o r e t i c a l  requirements. It can be concluded , GEL POINT t h a t  t h e  s t ruc tu res  given i n  f igu re  1 a r e  good 
b isomeric representat ions of phenolic novolacs. 

- \ 
I,,,-THEORETICAL 

\ 
\ 
\ 
\ Diphenyloxide Modified Phenolic Resins 

Diphenol oligomer (II).- In  order t o  
\ 

b 

- \a\ 

- 

'\ obtain a s ing le  isomeric phenolic oligomer with 
I 1 T - - d  a f l n i t e  number of pendant end groups, uniquely =.- 

A molecular weight of 389 w a s  found by ebulliometry f o r  t h i s  compound 
with a value of 382 calculated f o r  t h e  expected diphenol. 
t h i s  diphenol has been reported by Murao ( r e f .  8) and a melting point  of 
132O-153O C .  

The s t ruc tu re  of 

The s t ruc tu re  of t h i s  pure isomer i s  given as follows: 

Analysis: Calculated f o r  C26H2203L C ,  81.7; H ,  5.8; 0, 12.6 
Found: C ,  80.9; H, 6.0; 0, 13 .1  
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From t h e  s t ruc tu re  of diphenol (11) as given, it can be seen t h a t  t he  
molecule comprises two phenolic groups s ingly  bonded by methylene bridges and 
two r ings  multiply bonded. 

Methylol diphenol oligomer (111) .- To provide a comonomer f o r  polymeriza- 
t i o n  with diphenol (11) i n  order t o  secure model polymers having networks 
character ized by r values both g rea t e r  and less than unity,  a te t ramethylol  
de r iva t ive  of diphenol (11) w a s  prepared. 
dipheno1 (11) w a s  expected t o  provide a range of c ross l ink  dens i ty  and var ia-  
t i o n  i n  t h e  number of aromatic r ings  not possible  i n  t h e  case of t he  hexa 
cured phenolic novolac. In a 1-li ter f l a s k  equipped with a condenser, a 
stirrer, and an addi t iona l  funnel,  100 g (0.262 mole) of diphenol (11), and a 
so lu t ion  of 24.0 g (0.60 mole) of sodium hydroxide i n  300 mole of water w a s  
heated t o  50' C with s t i r r i n g .  
37-percent formalin so lu t ion  (2.66 moles) w a s  added by drops.  
then s t i r r e d  and heated at  30O-53' C f o r  2 hours. 
300 ml of e thy l  ace t a t e  w a s  added. 
concentrated hydrochloric ac id .  The organic phase w a s  separated,  washed 
successively with 10-percent sodium b i s u l f i t e ,  and f i n a l l y  with 10-percent 
sodium chlor ide.  The e t h y l  ace t a t e  so lu t ion  w a s  d r i ed  over anhydrous sodium 
s u l f a t e  and evaporated t o  dryness in vacuo a t  room temperature. The s o l i d  
obtained w a s  dissolved i n  340 m l  of a c e t o n i t r i l e  and l5O m l  of hot water and 
allowed t o  cool. The 5,5I ~oxybis-(phenylene-methylene)~-bis-(2-hydroxy-m- 
xylene-yy'-diol) separated as a white c r y s t a l l i n e  so l id  from t h e  mixture. 
y ie ld  w a s  60 g (46 percent ) .  

Condensation of t h i s  monomer with 

When t h e  so lu t ion  became homogeneous, 220 g of 
The m i x t u r e  w a s  

The so lu t ion  w a s  cooled and 
The mixture w a s  a c i d i f i e d  with 60 ml of 

The 

A molecular weight of 5Ol w a s  found by ebulliometry f o r  t h i s  compound, as 
compared with a value of 502 f o r  t h e  te t ramethyiol  (111), with a proposed 
s t ruc tu re  as follows: 

Analysis: Calculated f o r  C 3 0 4 3 ~ 0 ~ :  C ,  71.7; H, 6.0; 0, 22.3 
Found: C,  71.4; H, 6.0; 0, 23.0 

These analyses and t h e  molecular weight are i n  good agreement with those 
required f o r  t h i s  s t ruc tu re .  

Diphenol oligomer (IV).- In order t o  evaluate the  e f f e c t  of ortho-para 
isomerism, i n  t h e  thermochemical char y i e lds  of these phenolic der iva t ives ,  
t h e  mixed isomers, contained i n  t h e  benzene f i l t r a t e  a f t e r  separation of t h e  
dipheno1 (11) as given above, were recovered by evaporation of t he  solvent t o  
give 730 g of mixed isomers. This mixture can be represented by the  general  
s t ruc tu re  (IV) as follows: 
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HO 2 2' OH 

4 4' 

(19) 
It w a s  found, as expected, t o  give t h e  same elementary ana lys i s  and 

molecular weight as found f o r  t h e  diphenol (11) isomer. 
f u r t h e r  character ized by gas-liquid chromatograph and found t o  have t h e  
following isomeric d i s t r i b u t i o n  given as area  percent:  

This mixture w a s  

Diphenol isomers Area percent 

2-2l-isomer 
2-4l-isomer 
4-4t-isomer 

11 
48 
41 

Polymethylol-diphego1 monomers (V, VI, VII, and V I I I )  .- To evaluate t h e  
e f f e c t f  t h e  molecular weight of t h e  oligomer on char y ie ld ,  t he  mixed 
diphenol isomers were condensed with a l imi ted  amount of formaldehyde t o  give 
a series of monomers. 

I n  a 2 - l i t e r ,  3-necked f l a s k  equipped with a stirrer, a thermometer, a 
ni t rogen i n l e t  tube,  and a condenser 248 g (0.65 mole) of diphenol ( I V )  and 
520 g (1.3 mole) of 10-percent sodium hydroxide so lu t ion  were heated under 
nitrogen atmosphere t o  5oo-6o0 C u n t i l  t h e  so lu t ion  became homogeneous. Then 
t h e  so lu t ion  w a s  cooled t o  40° C and 960 m l  of 37-percent formaldehyde 
(11.7 moles) w a s  added. The mixture w a s  s t i r r e d  a t  40° C for 4 hours. A f t e r  
t h e  mixture w a s  neut ra l ized  t o  pH of 5.5 with 18.4 ml of 10-percent sodium 
b i s u l f a t e ,  it w a s  ex t rac ted  with two 250-ml port ions of e thy l  ace t a t e .  
e thyl  ace t a t e  so lu t ion  w a s  washed successively once w i t h  w a t e r ,  four  times 
with 20-percent sodium b i s u l f i t e ,  and f i n a l l y ,  once with w a t e r .  A f t e r  drying 
over anhydrous sodium sulfate, t h e  solvent w a s  evaporated i n  vacuo a t  room 
temperature t o  y i e ld  263 g of a t a n  s o l i d .  

The 

Based on t h i s  method of synthesis ,  an empir ical  formula representing t h e  
general  s t ruc tu re  of t h e  reac t ion  product may be given as follows: 

OH 1 
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Repet i t ion of t h e  synthe t ic  method gave monomers with molecular weights from 
883 t o  1380. 
ana lys i s  and molecular weight as gTven i n  table 11. 

Four such monomers were prepared and character ized by elementary 

TAB- 11.- ANALYSIS OF POLYMETHYLOL MONOMERS 

I Mondmer s 

Analysis 
~ 

C 
H 
0 
OH 

Molecular weight 
n 3 
f 

I 

72.8 
5 -9 

21.3 
16.8 

94-9 
2 
6 

( V I I )  

72 .o 
6 .o 

21.9 
16.8 

1.63 
5.26 

- -  

778 

71.4 
6.2 

23.6 
16.6 

885 
1.87 
5 -29 

The average methylol func t iona l i ty ,  f ,  and t h e  value of repeat  u n i t  n 
were calculated from t h e  formula f o r  elementary ana lys i s  and measured weights. 

Dialkyldiphenol oligomer ( I X )  .- A n  attempt w a s  made t o  evaluate the  
e f f e c t  of  a l i p h a t i c  s ide  chain subs t i t u t ion  on t h e  char y i e ld  of  diphenol 
oxide modified phenolics by preparing t h e  d i a l k y l  d i subs t i t u t ed  phenol, 
2,2 ' [oxybis-(p-phenylene-methylene) ] b i s  4-tert-butyl phenol ( I X )  f o r  poly- 
merization with t h e  te t ramethylol  der iva t ive  (111). 
f l a s k  equipped with a s t i r r e r ,  a thermometer, an addi t ion  funnel,  and a con- 
denser w a s  placed i n  a so lu t ion  of 1500 g (10 moles) of 4-tert-butyl-phenol i n  
2000 g of chlorobenzene. The system w a s  heated t o  6oo-650 C and a solut ion of 
178 g (0.67 mole) of dichloromethyl diphenyl e the r  i n  280 g of chlorobenzene 
w a s  added over a period of 1 hour. 
were then removed i n  vacuo a t  155O-160~ C .  The r'esidue w a s  dissolved i n  th ree  
times i t s  weight of cyclohexane with heating and t h e  so lu t ion  allowed t o  cool.  
There w a s  obtained 219 g (66 percent)  of  white c r y s t a l s ,  melting point  
1400-40 c .  

I n  a 5-1 i te r ,  3-necked 

The solvent and excess 4-tert-butylphenol 
-- 

A molecular weight of 505 w a s  measured by ebulliometry f o r  t h i s  s o l i d .  
It compares w e l l  with a molecular weight of 495 ca lcu la ted  f o r  t h e  expected 
d i a lky l  diphenol ( I X ) .  Elementary ana lys i s  gave: Analysis: calculated f o r  
C34H3803; C,  82.6; 4, 7.8; 0 ,  9.6. Found: C ,  82.7; 4, 7.9; 0, 9.4. 

The method of 
OH OH synthesis  and t h e  

charac te r iza t ion  
agree well  with t h e  
s t ruc tu re  f o r  
diphenol ( I X )  . It 
can be seen t h a t  t h i s  

Q O -+2Q 

H3C - C - CH, HzC-C-CH, 
I I molecule has two 
CH3 CH3 a l k y l  subs t i tu ted  

phenolic groups, 
which a r e  s ing ly  
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bonded through methylene groups, and two multiple bonded aromatic r ings  i n  
t h e  diphenyl oxide s t ruc tu re .  It should be expected t h a t  para subs t i t u t ion  
with the  t e r t i a r y  bu ty l  group would reduce t h e  r e a c t i v i t y  of t h e  remaining 
or tho s i t e s  i n  diphenol ( I X )  by both s t e r i c  and e lec t ronic  e f f e c t s .  For t h i s  
reason, it i s  not possible  t o  ass ign  a d e f i n i t e  func t iona l i t y  t o  t h i s  monomer 
f o r  polymerization with t h e  te t ramethylol  der iva t ive .  It i s ,  therefore ,  not 
possible  t o  ca l cu la t e  an e f f e c t i v e  equivalence r a t i o  f o r  polymers derived from 
t h i s  monomer. A n  a l t e r n a t i v e  method of cor re la t ing  t h i s  s t ruc tu re  with char 
y i e ld  w i l l  be discussed. 

Diphenol Modified Phenolic Resins 

The diphenols and methylol diphenols were polymerized a t  d i f f e r e n t  mole 
r a t i o s  by dissolving t h e  monomers i n  methanol and evaporating the r e su l t i ng  
so lu t ion  t o  dryness a t  room temperature i n  vacuo using a ro t a ry  dryer .  The 
s o l i d  mixture, about 80 g,  w a s  heated t o  a temperature below 90' C .  To mini- 
mize air  bubbles, pressure w a s  reduced. The tube w a s  placed i n  a 2 - l i t e r  Parr  
Bomb which w a s  them purged with ni t rogen.  The pressure w a s  then maintained 
with ni t rogen bleeding continuously. 
over 5 t o  6 hours and held the re  f o r  about 22 hours.  
system, under ni t rogen,  took about 20 hours. 

-- 

The temperature w a s  ra i sed  t o  200° C 
The cooling of t he  

This polymer w a s  character ized only by elementary analyses .  A comparison 
of t he  observed carbon hydrogen analyses of t h e  r e su l t i ng  polymer, assuming 
t h a t  only water w a s  l o s t  during polymerization, with those of t h e  reac t ion  
m i x t u r e ,  indicated t h a t  f o r  every four  reac t ive  diphenol s i t e s  about 3.2 have 
reacted t o  form cross l inks  evolving 3.2 moles of water. Incidental  e ther  
formation has not been considered. A s  assumed i n  t h e  case of  t h e  react ion of 
h e m  with the  phenolic novolac ( I ) ,  the  extent  of reac t ion  of t he  methylol 
diphenol i n  presence of excess diphenol can be considered uni ty .  
an e f f ec t ive  equivalence r a t i o ,  r ,  f o r  these systems, r is  defined as 

To ca lcu la te  

where 

n l  nuniber of methylol equivalents reacted a t  completion 

n2 number of r eac t ive  diphenol si tes reacted a t  completion 

It has been assumed t h a t  a l l  methylol groups r eac t  a t  r values l e s s  than 1, 
and terminate a t  r values g rea t e r  than 1. Therefore, n l  i s  equal t o  t h e  
product of the number of methylols per mole and t h e  nuniber of moles. But it 
has been shown tha t  only 3.2 diphenol groups r eac t  out of  four  possible  s i tes .  
Thus n2 i s  given by 

n2 = fPm 



where m is  t h e  number of moles of diphenol with an apparent func t iona l i t y  
f equal t o  4 and P t h e  extent  of reac t ion  which amounts t o  80 percent .  The 
composition and character iz ing r values f o r  t h e  diphenol oxide modified 
polymers i s  given i n  t a b l e  111. 

TABLE 111.- CHARACTERIZClTION O F  DIPHENOLOXIDE MODIFIED PHENOLICS 

Polymers from diphenol (11) and te t ramethylol  (111) 

Compos it ion Reactive 
Polymer i n  moles equivalents r 

(11) (111) n l  n2 
A 1.00 1-00 4.00 3.20 1.25 

- -  
3 1.30 1.00 4.00 4.80 0.85 
C 2.00 1.00 4.00 6.40 0.64 

Polymers from ( I V )  with ( V )  , ( V I ) ,  ( V I I )  , and ( V I I I )  

Reactive 
Polymer Composition i n  moles equivalent - r 

- (IV) (v)  (VI)  (VII) (VIII) - -  n l  n2 
D 1.50 1.00 --- --- --- 8.00 4.80 1.67 
Ea 1.50 --- 1.00 --- --- 6.00 4.80 1.25 

5.90 4.20 lek.? F 1.30 --- --- 1 .oo 
G 1.00 --- --- --- 1.00 5.30 3.2 1.64 

--- 

"Char y ie ld  not reported 

Polymers from ( I X )  with ( 1 1 )  and ( 1 1 1 )  

Composition 
Polymer i n  moles 

( I X )  ( 1 1 )  ( 1 1 1 )  

H 1.00 0.50 1.00 
I 1.00 1.00 1.00 

Anhydride Cured Epoxy Novolac Resins 

A t h i r d  c l a s s  of polymers derived from phenol w a s  synthesized by poly- 
merizing epoxy novolacs of d i f f e r e n t  molecular weight and corresponding 
g lyc idyl  e the r  func t iona l i t y  with Nadic methyl anhydride. 
scheme permits a systematic va r i a t ion  i n  the  number of phenolic r ings  both 
s ing ly  and multiply bonded through methylene br idges.  Unlike the  phenolic 
r e s ins ,  a l ready discussed, it i s  not possible  t o  e f f e c t  t h i s  des i red  change i n  
s t ruc tu re  by a l t e r i n g  t h e  r e a c t i v i t y  r a t i o .  

This synthet ic  
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The th ree  bas ic  g lyc idyl  e the r s  used i n  t h i s  study were obtained from 
commercial sources.  In  general ,  they w e r e  prepared by reac t ing  
epichlorohydrin w i t h  t h e  sodium salt  of t h e  phenolic der iva t ives .  

Nadic methyl anhydride, t h e  1:l Diels Alder reac t ion  product of maleic 
anhydride and methyl cyclopentadiene, w a s  a l s o  obtained commercially and used 
without fu r the r  pu r i f i ca t ion ,  as w a s  t h e  amine ca t a lys t  DMP-30. 

The g lyc idyl  e t h e r s  w e r e  character ized by IR, elementary ana lys i s ,  molec- 
ular weight and epoxide equivalent weight. The r e s u l t s  of these 
charac te r iza t ions  a r e  given i n  t a b l e  IV. 

TABLE 1V.-  ANALYSIS O F  EPOXY NOVOLAC MONOMERS 

Glyc i d y l  
e ther  

These da ta  a r e  
th ree  glycidyl  

CH, OR 

Percent Percent Percent Molecular 
C H 0 weight Funct ional i ty  

73.14 7.37 19.49 164 2 
73.34 6.30 20.34 60 4 7.6 
73.98 6.40 19.48 1226 15 -3 

cons is ten t  with t h e  following s t ruc tu res  proposed f o r  these  
e the r s  

X 

OR r OR 1 OR 

L R = -  CH2- C - C H2 
\ /  
0 X I ;  n =  1.8 

X I I ;  n =  5.7 

Anhydride cured epoxy novolac samples were prepared as follows: The 
glycidyl  e the r  w a s  preheated t o  approximately 80° C t o  f a c i l i t a t e  pouring and 
t h e  desired amounts of r e s i n  and anhydride were accurately weighed in to  a 
3-necked round-bottomed f l a s k .  The f l a s k  w a s  then placed i n  a heating mantle 
and the  temperature w a s  maintained a t  600-TOO C .  
kept on t h e  r e s i n  mixture t o  exclude moi s t  a i r .  The r e s i n  and hardener a r e  
mixed f o r  a minimum of 20 minutes using a g l a s s  s t i r r e r  attached t o  a var iab le  
speed laboratory st irrer motor. During t h e  f i n a l  3 minutes of mixing, a pres- 
sure  of 1-3 mm Hg w a s  he ld  on t h e  system t o  remove entrapped gases and vola- 
t i l e s  t h a t  might be present  i n  t h e  system. The s t i r r e r  w a s  turned o f f ,  t h e  
vacuum released,  and t h e  co r rec t  weight of DMP-30 w a s  then added by hypodermic 
syringe. The st irrer w a s  turned on and the mixing continued for 20 minutes. 
The vacuum w a s  appl ied again f o r  t he  f i n a l  3 minutes of s t i r r i n g .  After  t he  
s t i r r e r  w a s  turned off  and t h e  vacuum released,  t he  mixture w a s  c a re fu l ly  
poured i n t o  the  molds so  as not  t o  entrap a i r  bubbles. The molds which had 
been sprayed with Fluoro-Glide, a Teflon-like d r y  f i l m  l ub r i can t ,  were pre- 
heated t o  100' C before  being f i l l e d .  

A dry nitrogen purge w a s  

For t he  1.5-inch-diameter b i l l e t s ,  t h e  

1, 



7. 

molds were made from 1.5-inch (schedule 80) pipe t h a t  was reamed t o  about 
1.56 inch I.D. The 3.5-inch-diameter b i l l e t s  and t h e  3.0-inch-diameter b i l -  
l e t s  were cased i n  t r i p l e - t i g h t  cans of l gal lon  and l p i n t ,  respec t ive ly .  
A f t e r  t h e  molds w e r e  f i l l e d ,  t h e  b i l l e t s  were cured f o r  4 hours a t  looo C and 
then f o r  16 hours at 200' C .  They were then removed from t h e  oven and placed 
i n  a well-insulated box where they were allowed t o  cool slowly f o r  about 
24 hours. 

Two approaches were invest igated t o  vary t h e  s t ruc tu res  of polymers pre- 
pared by t h i s  method. 
epoxide w a s  var ied t o  a l ter  t h e  c ross l ink  dens i ty  through termination, and 
secondly t h e  average func t iona l i t y  of t h e  epoxy novolac w a s  var ied by poly- 
merizing ( X ) ,  ( X I ) ,  ( X I I ) ,  and m i x t u r e s  thereof with Nadic methyl anhydride 
a t  a f ixed equivalence r a t i o  of 0.85. 

F i r s t ,  t h e  equivalence r a t i o  of t h e  anhydride t o  

It w a s  found t h a t  va r i a t ion  i n  the  equivalence r a t i o  from r = 0.25 t o  
1.03 with ( X I )  had no e f f e c t  on t h e  c ross l ink  dens i ty .  
i s  shown i n  f igu re  4. 

This surpr i s ing  r e s u l t  
Here t h e  measured swelling volume, a d i r e c t  measure of 

0 
0 0 

0 0  
0 

' .2 I I I I I 

0 .2 .4 .6 .8 1.0 1.2 
4 I 

EQUIVALENTS ANHY DRlDE /EQUIVALENT EPOXIDE 

Figure 4.- Relationship of swelling volume and 
anhydride/epoxide equivalence ratio of Nadic 
methyl anhydride to epoxy novolac (XI). 

cross l ink  dens i ty ,  i s  p lo t t ed  as a 
funct ion of t h e  equivalence r a t i o .  
It can be seen t h a t  measured s w e l l -  
ing volume is  constant over t he  
e n t i r e  equivalence range inves t i -  
gated.  It can be concluded t h a t  
unl ike t h e  phenolic polymers, t he  
degree of crossl inking i n  t h e  epoxy 
novolac system i s  independent of 
t h e  equivalence r a t i o .  This result 
may be explained by t h e  f a c t  t h a t  
i f  t he re  are not ava i lab le  anhy- 
d r ide  groups t o  r eac t  with t h e  
epoxy groups present ,  t h e  l a t t e r  
w i l l  r eac t  with themselves t o  fo rm 
polyethers t o  produce an equivalent 
network. Because of t h e  complexity 
of t h e  s t ruc tu res  produced when the  

r values a r e  var ied,  no fu r the r  charac te r iza t ion  w a s  ca r r i ed  out on these  
polymers. 
var ied i n  an anhydride epoxy system w a s  t o  vary t h e  func t iona l i t y  of t he  
reac t ing  monomers. 

It w a s  concluded the  only way t h a t  t h e  c ross l ink  dens i ty  could be 

The func t iona l i t y  of t h e  g lyc idyl  e the r  moiety with s t ruc tu res  as given 
above can be var ied if they  a r e  made t o  r eac t  ind iv idua l ly  o r  as mixtures a t  
a f ixed equivalence r a t i o  with respect  t o  t h e  anhydride. 
s t ruc tu re  by producing pr imari ly  e s t e r  c ross l inks .  The increase i n  t h e  num- 
ber  of multiple bonded phenolic r ings  i s ,  of course,  proport ional  t o  t h e  
increase i n  func t iona l i ty .  This approach w a s  c a r r i ed  out by decreasing the  
func t iona l i ty  of t he  mixture containing ( X I )  by adding ( X )  and increasing it 
by adding ( X I I ) .  

This s impl i f ies  t he  

All  polymers were prepared by polymerizing t h e  g lyc idyl  e the r  a t  an 
equivalence r a t i o  of 0.83 with respect  t o  Nadic methyl anhydride. 
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Since no mater ia ls  are l o s t  during polymerization, t h e  mole r a t i o s  of 
t h e  monomers of known s t ruc tu re  and t h e  measured swelling volume su f f i ces  t o  
spec i fy  these  polymers. These results a r e  given i n  t a b l e  V .  

TABLE V.- COMPARISON O F  R E S I N  COMPOSITION WITH SWELLING VOLUME AT r = 0.83 
FOR ( X )  , ( X I ) ,  and (=I) WITH NADIC METHYL ANHYDRIDE 

Polymer 

1 
2 
3 
4 
5 
6 
7 
8 
9 

Resin composition i n  
epoxide equivalents 

(x)  ( X I )  ' ( X I I )  

0.933 0.167 o 
0667 -333 0 
.500 .50 0 
333 .667 0 

,167 .833 o 
0 1.00 0 
0 .68 32 
0 * 35 .63 
0 0 1 .o 

Swelling volume 
volume solvent per volume 

unswollen polymer 

B u r s t  
11 

11 

11 

0.510 
.476 
.444 
.424 
,407 

The experimentally determined swelling volumes a r e  compared with the  
composition of t he  epoxide composition i n  t h i s  t a b l e .  It can be seen t h a t  a t  
swelling volumes g rea t e r  than about 0.510, t h e  networks are too weak t o  with- 
stand the  i n t e r n a l  pressure created by t h e  included solvent .  Below 0.310 
t he re  i s  a decrease i n  swelling volume (an increase i n  c ross l ink  dens i ty)  as 
the  average func t iona l i t y  of t h e  epoxide moiety increases .  It can be shown 
t h a t  t he  measured swelling volume is  d i r e c t l y  proportional t o  t h e  number of 
phenolic groups t h a t  are s ingly  bonded through methylene groups i n  these  
polymers. For t h i s  reason, as w i l l  be discussed, it i s  a useful  character iz-  
ing parameter t o  assess  t h e  e f f e c t  of these s t ruc tu res  on the  char y i e ld  of 
epoxy novolac systems. 

Formulation of Composites 

In  order t o  inves t iga te  the  e f f e c t  o f  in te rac t ions  between vapor produc- 
ing polymers and char-forming r e s i n s ,  polyblends w e r e  prepared from mixtures 
of 6-6 nylon and phenolic novolac (.I) cured with hexa. The phenolic (I)  w a s  
polymerized i n  the  melt with 8.26-percent hexa t o  give polymer (I-f) as given 
i n  t a b l e  I. This r e s i n  w a s  ground and screened. The screen f r a c t i o n  with a 
p a r t i c l e  s i z e  g rea t e r  than 80 mesh w a s  in t imately mixed with powdered 
6-6 nylon of similar p a r t i c l e  s i z e .  
heterogeneous blend of unfused nylon p a r t i c l e s  i n  a cured phenolic r e s i n  
matrix, is  t h a t  found i n  s t r u c t u r a l  composites derived f romthese  resinous 
blends ( r e f .  3 ) .  Four such blends w e r e  prepared covering a range of mass 
f r ac t ion  of nylon from 0.10 t o  0.40. The polyblends were dr ied  and s tored 
i n  vacuo. 

This state of aggregation, namely, a 

-- 
To inves t iga te  t h e  behavior of these  r e s i n  s y s t e m  under one-dimensional 

heat ing,  phenolic novolac ( I -c )  w a s  compounded with 6-6 nylon and phenolic 



microspheres and fabr ica ted  i n t o  a low-density phenolic-nylon composite (LDPN) 
with a bulk dens i ty  of 33 l b / f t3 .  
composition of t h e  LDPN composite a r e  given i n  t a b l e  V I .  

The components, t h e i r  funct ions,  and t h e  

TABLE V I . -  COMPOSITION AND FUNCTION OF COMPONENTS OF A LOW-DENSITY 
PHENOLIC-NYLON COMPOSITE (LDPN) 

Percent 
Component Function ~ _ _  weight 

Nylon (6 -6 )  Vapor producer 70 
Hem-cured phenolic Char former and binder 3 7 

Phenolic microspheres Char former and dens i ty  23 
novolac r e s i n  

reducer 

Complete d e t a i l s  f o r  t h e  formulation and processlng of t h i s  composite are 
described i n  references 4 and 9. 

The anhydride-cured epoxy novolac resins,  1 and 6,  as given i n  t a b l e  V ,  
were reinforced with 5 percent by weight of chopped quartz f i b e r .  The highest  
p u r i t y  and bes t  character ized quartz f i b e r s ,  commercially ava i lab le ,  were used 
i n  these  composites. The f i b e r  w a s  p re t rea ted  with polyethylene i n  the  m e l t  
t o  reduce b r i t t l e n e s s ,  and then chopped i n  a modified hammer mi l l  t o  give an 
average f i b e r  length of 1/16 inch. 
amount of "f ines"  encountered with the  untreated f i b e r s .  
surface w a s  removed by s in t e r ing  t h e  f i b e r s  i n  air a t  800° C .  The f i b e r s  were 
mixed with the  anhydride epoxy r e s i n  before t h e  c a t a l y s t  w a s  added. 
composites were cured under t h e  same conditions as given f o r  bulk r e s i n  speci- 
mens. 
t a b l e  V I 1  as follows: 

This pretreatment w a s  found t o  reduce t h e  
The polyethylene 

These 

The composition of t h e  two epoxy novolac composites (ENC)  i s  given i n  

TABLE V I I S -  EPOXY NOVOLAC COMPOSITES REINFORCED WITH 5-PERCENT QUARTZ FIBER 

Epoxy novolac EPOXY 

EN c-1 (x) 0 -833 -0.85 

EN c-2 ( X I )  1 .oo - 85 

Compo s it e system equivalents  r 

( X I )  .167 

An important thermochemical property of these  polymers with respect  t o  
t h e i r  use i n  ab la t ive  heat  sh ie lds  i s  t h e  s toichiometr ic  char y i e ld  Ye. 
is  defined here as the  mass of s t ab le  carbonaceous residue formed by t h e  
thermal decomposition of un i t  mass of t he  polymer. The importance of t h e  char 
t o  heat protect ion has a l ready been touched upon i n  the  Introduction. 
question t o  be considered here i s  how t o  obtain,  i n  t h e  laboratory,  values of 
char y i e ld  t h a t  are meaningful f o r  an ab la t ing  heat sh i e ld .  For t h i s  consid- 
e ra t ion ,  it i s  he lpfu l  t o  r e f e r  t o  t h e  schematic representat ion of  t h e  pyrol- 
ysis of an ab la t ive  heat sh i e ld ,  which i s  given i n  f igu re  5 .  
with a surface temperature Ts. The thickness  of t h i s  char cap, i n  t h e  
absence of surface removal reac t ions ,  increases  with t h e  t i m e  of exposure t o  

It 

The 

A char cap forms 
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Ts SURFACE TEMPERATURE 
TD DECOMPOSITION TEMPERATURE 
Tc CHARRING TEMPERATURE 

INCIDENT 

+-- VIRGIN 

ZONE x c  

Figure 5.- Pyrolysis mechanism of char forming 
ablat ion under unidirectional heating. 

t h e  constant applied flux. The 
vapor products, indicated by the  
arrows, flowing countercurrent t o  
t h e  d i r e c t i o n  of applied heating, 
are formed from t h e  decomposition 
of the polymer i n  t h e  narrow decom- 
posi t ion zone indicated.  In  an 
ab la t ive  heat sh ie ld ,  la teral  flow 
of pyrolyses gases i s  general ly  
r e s t r i c t e d  by the  surrounding mate- 
r i a l .  Under steady-state decompo- 
s i t i o n ,  the  pyrolysis zone of these 
materials is bounded by two iso- 
therms, TD, t h e  polymer decomposi- 
t i o n  temperature, and Tc, t h e  

minimum temperature required t o  form a s t a b l e  char residue. 
isotherms proceed a t  a uniform rate through t h e  pyrolyzing specimen. 
pyrolysis  zone, as indicated,  maintains a r e l a t i v e l y  constant thickness (and 
ve loc i ty)  as it progresses i n t o  t h e  v i r g i n  polymer under a constant applied 
heating r a t e .  It i s  important t o  note t h a t  t h e  mater ia l  decomposing i n  t h e  
pyrolysis  zone i s  shielded from a i r .  The react ions occurring i n  t h i s  zone a r e  
e s s e n t i a l l y  anaerobic. Under steady-state conditions,  any molecular oxygen i s  
reacted by surface combustion before it can reach the  decomposing polymer. 
The d i r e c t i o n  of flow and boundary-layer combustion of the  pyrolysis vapor 
a l s o  prevents oxygen from reaching the  polymer. 
duce t h e  primary y ie ld  of a b l a t i v e  char proceed i n  the  absence of an oxidizing 
environment . 

Usually t'nese 
The 

Thus the  react ions t h a t  pro- 

Primary char formation i s  e s s e n t i a l l y  complete a t  the  zone boundary tem- 
perature given as T,. However, i n  addi t ion t o  t h i s  primary y ie ld  of char,  
there  i s  t h e  p o s s i b i l i t y  of producing a secondary y ie ld  through thermal crack- 
ing of t h e  carbon-containing vapor products of primary pyrolysis which could 
deposit  as pyrolyt ic  graphi te  on t h e  matrix of t h e  primary char.  The extent 
of t h i s  process would be expected t o  depend on the  nature of the  vapor 
species ,  t h e  r a t e  of production, i n t e r n a l  char temperatures and residence time 
of t h e  gases i n  t h e  hot matrix. The i n t e r n a l  char temperatures a r e  roughly 
proportional t o  the  surface temperature T,. If secondary char formation i s  a 
p o s s i b i l i t y ,  it should be expected t o  occur a t  r e l a t i v e l y  high surface temper- 
a t u r e s ,  and t o  increase somewhat with increasing surface temperature. This 
process would produce an increase i n  ab la t ion  char y ie ld  as compared with t h a t  
observed from primary processes. 

It can a l s o  be seen i n  f igure  5 t h a t  t h e  pyrolysis  zone i s  c l e a r l y  
bounded by t h e  two c h a r a c t e r i s t i c  thermogravimetric temperatures, Ts and Tc, 
as defined. The ve loc i ty  of t h e  motion of the  isotherms a t  Tc and T s  can be 
observed by means of thermocouples placed i n  the  ab la t ion  model of the  kind 
shown i n  f i g u r e  3 .  A t  heating rates simulating reentry,  it has been found 
t h a t  t h e  volume of mater ia l  i n  t h e  pyrolysis  zone is  heated a t  t h e  tempera- 
ture r a t e  of 5000°-80000 C per minute. The e f f e c t  of heating rates on t h e  
primary char y ie ld  must be considered when y ie lds  obtained a t  d i f f e r e n t  heat- 
ing rates a r e  compared. This e f f e c t  could be important f o r  those polymers 
which form char by a s e r i e s  of multiple competitive react ions.  



Thermogravimetric ana lys i s  provides a means of carrying out t he  polymer 
pyrolysis  reac t ions  i n  an i n e r t  environment which c lose ly  simulates t h a t  of 
t h e  pyrolysis  zone. I n  addi t ion ,  t h i s  method provides a programmed heating- 
rate environment which forms t h e  char and permits t h e  gases t o  escape at  low 
temperatures with no secondary cracking and, hence, provides a d i r e c t  measure 
of t h e  primary char y i e ld .  
gravimetric tes t  i n  an i n e r t  gaseous environment and t h e  ab la t ion  case,  as far 
as t h e  pyro lys i s  zone i s  concerned, i s  t h e  polymer heat ing rate. In  t h e  usual 
thermogravimetric analyses,  heating rates of t h e  order of  2O-1Oo C per minute 
a r e  used. A comparison of t h e  char y i e lds  obtained a t  thermogravimetric heat-  
ing rates with those obtained from models heated one-dimensionally a t  rates 
simulating r een t ry  ab la t ion  provides a means of evaluating t h i s  e f f e c t .  
Agreement between primary char y i e lds  obtained by thermogravimetric techniques 
and ab la t ion  simulation w i l l  result only i f  t h e  reac t ion  mechanism within the  
pyrolysis  zone i s  independent of heating r a t e .  La ter ,  comparisons w i l l  be 
made between thermogravimetric and ab la t ion  char y i e lds .  

The only major d i f fe rence  between t h e  thermo- 

Samples of cured polymers and composites were pyrolyzed by two d i f f e r e n t  
thermogravimetric techniques,  a Stone thermogravimetric balance with argon as 
t h e  t r ansp i r a t ion  gas ,  a t  one atmosphere, and an Aminco thermogravimetric 
balance with an atmosphere of dry ,  oxygen-free ni t rogen a t  a pressure of 
1 mm Hg. Heating rates w e r e  var ied from 0.5' t o  12O per  minute. Sample s i z e  
and sample configuration were var ied from 4-0 t o  200 mg with both an 80 mesh 
powder and small cy l ind r i ca l  b i l l e t s .  The char y i e lds  observed were found t o  
be independent of sample s i z e  and heating r a t e  over t h e  ranges stated, and 
independent of t h e  p a r t i c u l a r  apparatus used. 

Phenolic Novolacs 

The phenolic novolacs given i n  t a b l e  I were pyrolyzed i n  a Stone thermo- 
gravimetric balance,  a t  0.3' t o  3.0° C per minute, with argon as t h e  t ranspi -  
r a t i o n  gas .  
minute. 
t h e  thermograms f o r  t he  hexa-cured phenolic novolac r e s ins  were obtained on 
80 mesh powdered samples d r i ed  -- i n  vacuo. 
between 40 and 100 mg. In  t h i s  range, no e f f e c t  of sample s i z e  on t h e  thermo- 
grams w a s  observed. The argon used as t h e  t r ansp i r a t ion  gas w a s  pu r i f i ed  t o  
remove a l l  t r a c e s  of water and oxygen. A constant flow r a t e  of 0.05 l i t e r /min  
of argon w a s  used i n  these  experiments. A t  t h i s  gas flow r a t e ,  t h e  observed 
weight l o s s e s  a r e  a t  a maximum, and cannot be increased by any fu r the r  
increase i n  the  flow r a t e .  The thermograms obtained f o r  t h e  phenolic novolac 
w e r e  s t a r t e d  a t  room temperature and f i n a l l y  terminated a t  temperatures above 
8000 C when t h e  weight l o s s  rates of t h e  char res idues became l e s s  than 1 per- 
cent per  minute. The f i n a l  char y ie lds  were determined by permitt ing samples 
t o  cool t o  room temperature, and then weighing residues on an ana ly t i ca l  
balance. This procedure eliminated gravimetric e r r o r s  caused by high tempera- 
ture conditions i n  the  thermobalance . 
metric char y i e lds  given i n  t h e  following t a b l e s  were obtained i n  t h i s  manner. 

In  most cases ,  t h e  heating r a t e  of t he  furnace w a s  3 O  C per 
The e f f e c t  of heating r a t e  on t h e  thermograms w a s  negl ig ib le .  All of 

The sample s i z e  w a s  maintained 

The numerical values f o r  thermogravi- 

Three bas ic  thermograms f o r  hexa-cured phenolic novolac polymers (I-f) , 
and ( I -c )  , and oligomer (I)  with measured s o l  f r ac t ions  of 0.09, 0.31, and 
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TABLE V I I 1 . -  A COMPARISON O F  THE THERMOGRAVIMETRIC CHAR YIELDS WITH 
EQUIVALENCE RATIO AND SOL FRACTION FOR PHENOLIC NOVOLAC -SINS 

t h a t  t he  remaining s t ab le  char re’si- 
due, Yc, obtained a t  8000 C va r i e s  

SOL with the  degree of crossl inking , ( 7 -  FRACTION .09 t i o n .  expressed A char as t h e  y i e ld  measured of 64.0 s o l  percent f rac-  
.513 
1.00 i s  obtained from t h e  most highly 

crossl inked polymer ( s o l  f r a c t i o n  
0.09) prepared. The isomeric oligo- 
m e r  ( s o l  f r a c t i o n  of 1.00) gives a 

- 

Equivalence 
Phenolic novolac rat i o  Sol  f r a c t i o n  Char y i e ld  Ye 

0.111 1 .oo _ _ _  
( I-b .152 -76 50.2 
( I-c ) .230 -51 51.2 
( 1 4  .285 .41 58.9 
( I-e ) ,433 .21 62.9 
(I-f) .645 -09 64.7 

“Char y i e ld  not determined. 

It can be seen t h a t  t h e  observed char y i e ld  increases  monotonically with 
t h e  equivalence r a t i o  and decreases with increasing s o l  f r a c t i o n .  
noted t h a t  t he  primary char y i e ld  f o r  ( I -c )  as used i n  t h e  preparat ion of t h e  
LDPN composite i s  51.2 percent .  

It may be 

Diphenyloxide Modified Phenolics 

A somewhat d i f f e r e n t  thermogravimetric procedure w a s  used t o  determine 
the  primary char y i e lds  of t h e  diphenyloxide modified phenolic r e s ins  given i n  
t a b l e  111. 
ance under dry ,  oxygen-free, nitrogen a t  a pressure of  l mm Hg a t  a constant 
heating rate of 120 C/min. 
cut from b i l l e t s  of t h e  cured polymer. (A  comparison with se lec ted  polymers 
showed t h a t  t h e  s a m e  char y i e ld  was obtained with t h e  other  thermogravimetric 
technique.) 

These polymers were pyrolyzed i n  an Amine0 thermogravimetric bal-  

For these  s tud ie s ,  200 mg cy l ind r i ca l  samples were 

Examples of t y p i c a l  thermograms obtained f o r  two diphenyloxide 
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TEMPERATURE, O C  

Figure 7.- Typical thermograms of diphenyloxide 
modified phenolics. 

modified phenolics,  polymers A and 
C ,  a r e  shown i n  f igu re  7. These 
polymers l i k e  t h e  simple phenolic 
novolacs gave a f i n i t e  y i e ld  of 
s t a b l e  primary char by t h e  time a 
temperature of 8000 C w a s  obtained. 
Continued heating t o  P O o  C pro- 
duced no measurable change i n  these  
y i e lds .  The char residue w a s  
obtained as an extremely hard car- 
bonaceous cyl inder .  The char 
y i e lds  f o r  t h i s  s e r i e s  of  polymers 
is  given together  with t h e  effec-  
t i v e  equivalence r a t i o  r i n  
t a b l e  I X .  

TABLE 1X.-  A COMPARISON OF THERM3GRAVIMETRIC CHAR YIELDS WITH EQUIVALENCE 
M T I O  FOR DIPHENYLOXIDE MODIFIED PHENOLICS 

Diphenyloxide 
modified phenolics Equivalence r a t i o  

A 1.23 
B .85 
C .64 
D 1.64 
E 1.42 
F 1.67 

Char y i e ld ,  Yc- 

65 .o 
63.6 
60.3 
61.6 
63 .o 
62 .o 

It can be seen t h a t  t h e  primary char y i e ld  f o r  t h e  p a r t i c u l a r  diphenyloxide 
modified phenolic r e s i n s  examined i n  t h i s  study vary,  a l b e i t  s l i g h t l y ,  with 
t h e  e f f ec t ive  equivalence r a t i o ,  r .  The char y i e ld  appears t o  go through a 
maximum between r = 0.85 and 1.25. 

Anhydride Cured Epoxy Novolacs 

Thermograms were obtained f o r  
t h e  anhydride cured epoxy novolacs 
by t h e  same techniques and appara- 
t u s  used for t he  diphenyloxide 
phenolics.  Typical thermograms f o r  
these  polymers a r e  shown i n  f i g -  

mer 1 which gave the  lowest char 
y ie ld  f o r  t h i s  s e r i e s ,  namely 
11 percent ,  a l s o  began t o  l o s e  

POLYMER ure 8. It can be seen t h a t  poly- 
- - - _ - _  

L--.-._.-.CI 

1 1 I - - - L -  1 I , , dx,oo weight a t  t h e  lowest i n i t i a t i o n  0 
TEMPERATURE, O C  temperature. The i n i t i a t i o n  t e m -  

perature  appears t o  increase with Figure 8.- Typical thermograms of anhydride- 
cured epoxy novolacs. increasing char y i e ld .  A l l  of 
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these  polymers gave d e f i n i t e  y ie lds  of s tab le  char by the  time they reached a 
temperature of 800° C .  
g lycidyl  e ther  ( X I )  and Nadic methyl anhydride with equivalance r a t i o s  from 
0.25 t o  1.03, characterized by a constant swelling volume of 0.45, gave 
approximately t h e  same char y ie ld  of 23 percent.  
obtained from curing m i x t u r e s  of the  two glycidyl  e thers  ( X )  and ( X I I )  with 
( X I )  a t  a f ixed equivalence r a t i o  of 0.85 gave char y ie lds  which varied from 
11 t o  29.3 percent.  The var ia t ion  i n  char y ie ld  with the  measured swelling 
volume for these polymers i s  given i n  t a b l e  X. 

The anhydride cured epoxy novolacs obtained from the  

However, those polymers 
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TABLE X.- VARIATION I N  THERMOGRAVIMETRIC CHAR YIELD, Ye, WITH MEASURED 
SWELLING VOLUME O F  ANHYDRIDE C m D  EPOXY NOVOLACS 

Composites - 

Polyblends of 6-6 nylon, t h e  
hexa-cured -phenolic novolac , and phe- 
nol ic  microspheres.- The thermogravi- 
metric ana lys i s  of the  composites and 
t h e i r  components w a s  determined with 

under t h e  s a m e  conditions used f o r  
t h e  phenolic novolac r e s i n s  alone. 

COMPOSITE the  Stone thermogravimetric balance 

Swelling volume , 
Anhydride-cured volume solvent per volume Char y ie ld  (goo"), 

epoxy novolac . - .  unswollen polymer YC 

1 
2 
3 
4 
5 
6 
7 
8 
9 

Burst I 
0.510 
.476 
,444 
.424 
.407 

11.1 
14.7 
17 .o 
18.5 
21 .o 
23.1 
25.7 
27.9 
29.3 
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the nylon gives no char yield and the phenolic resin and phenolic microspheres 
contribute 51.2 and 55 percent char, respectively. These results are 
summarized in table XI as follows: 

.e 

TABLE XI.- THERMOGRAVIMETRIC CHAR YIELD OF LDPN COMPOSITE 
AND INDIVIDUAL COMPONENTS 

The measured char yields are shown in figure 10 

initially present in the polyblend. The 
- as a function of the weight fraction of nylon 

Weight fraction Char yield, YC 

Nylon 0.40 0 
Phenolic novolac 37 51.2 

Phenolic microspheres -23 33 00 
C ompo s it e 1 .oo 29.5 

he m  cured (I-c) 

The measured value of the thermochemical char yield for this composite agrees 
quite well with a value of 31.4 percent calculated from the individual 
components. 

0 FRACTION .2 OF NYLON .4 IN .6 POLYBLEND, .e X N  I.' YT thermogravimetric char yield of the 
phenolic novolac (I-f) 

Figure LO.- Varia t ion  of char 
y i e ld  of polyblends with 
f r a c t i o n  of nylon. xN weight fraction of 6-6 nylon in the 

polyblend 

It can be seen that the data points fall well on this line. From this 
result, it can be concluded that under thermogravimetric conditions, the pri- 
mary char yield of the phenolic novolac component is unaffected by the pres- 
ence of the nylon constituent; that is, there are no thermochemical 
int-eractions between these components. 
made in calculating the char yield for the low-density phenolic-nylon 
composites (LDPN). 

This result confirms the assumption 

Epoxy novolacs with quartz fibers.- Thermogravimetric analyses were per- 
formed on the two quartz fiber modified epoxy novolacs described in table VII. 
After the observed char yields were corrected for the residual weight fraction 
of quartz fiber, these composites (C-1 and C-2) gave 11.0 and 23.1 percent 
char in agreement with results obtained on the polymers alone. 
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CORRELATION O F  CHAR YIELD WITH POLYMER STRUCTURF: 

Thermochemical Reaction Mechanism 

The results obtained from the  thermogravimetric analysis  i n  i n e r t  
environments of these phenolic r e s i n s  and t h e i r  der iva t ives  can be explained 

H H 

II m 
ANAEROBIC H H 

INITIATION BY I E L l M l N A T l O ~ {  &;&* + 0; * 
SINGLY BONDED TERMINAL 
PHENOLIC GROUP 

H 
I U A  

+ &  1 
PHENOL m P Ip 

H H l  

+ & - { H I  

CRESOLS 

+- nm 

Ix 
DECARBONYLATION 

+CO + CHq 4 

+WAR FORMATION 

Figure 11.- Principal  s t eps  i n  nonoxidative 
thermal degradation of phenolic novolac 
r e s ins .  

by assuming t h a t  t h e  s tab le  chars 
observed resu l t ’ f rom the  coalescence 
of c e r t a i n  benzenoid s t ruc tures  pres- 
en t  i n  t h e  pr inc ipa l  chains of these 
polymers. The overa l l  react ion 
mechanism f o r  t h i s  process i s  postu- 
l a t e d  f o r  phenolic novolac r e s i n s  as 
given i n  f igure  11. It is  suggested 
t h a t ,  i n  t h e  absence of environmental 
oxygen o r  preoxidized s t ruc tures  i n  
t h e  v i r g i n  polymer, the  i n i t i a t i o n  
s t e p  f o r  the  pyrolysis of the  pheno- 
l i c  novolac r e s i n ,  given as (.I) i n  
f igure  11, is  the  homolytic sc i ss ion  
of the  carbon-carbon bond connecting 
the  aromatic pendant group t o  t h e  
main chain.  T h i s  bond i s  thermo- 
dynamically the  weakest carbon-carbon 
bond i n  t h e  system. Because of 
resonance s t a b i l i z a t i o n ,  the  aromatic 
carbon r ing  systems may be expected 
t o  remain i n t a c t .  Pendant group 
elimination can occur on e i t h e r  s ide 
of t h e  s ing le  bonded phenol r ing  t o  
give both a phenol rad ica l  and a 
creso l  r a d i c a l  ((111) and (111-a) i n  
f i g .  11). Elimination of these 
rad ica ls  f r o m t h e  main chain i s  f o l -  
lowed rapidly by abs t rac t ion  of 
hydrogen atoms from the  methylene 
groups .in the main chain t o  give 
phenol and creso l  as primary vapor 
products. 

The f r e e  r a d i c a l  main chain 
intermediates (11) and ( V )  formed by 
i n i t i a t i o n  and abs t rac t ion ,  respec- 
t i v e l y ,  a r e  expected t o  rearrange, 
as shown i n  f igure  11, t o  give t h e  
more s t a b l e  rad ica l  intermediates 
( V I )  and ( V I I ) .  It can be seen t h a t  
there i s  formed one terminal r a d i c a l  
f o r  each pendant group eliminated, 
and one diarylketone f o r  each 
abs t rac t ion .  



It is  postulated t h a t  char formation proceeds through a s t a b l e  thermally 
crosslinked intermediate,  shown i n  f igure  11 as ( V I I I ) ,  formed by termination 
of t h e  main chain r a d i c a l  p a i r s  ( V I )  and ( V I I ) .  A new crossl ink,  namely a 
diaryloxy group, i s  formed i n  t h i s  process. The formation of t h i s  s t a b l e  bond 
prevents elimination of  those aromatic rings which w e r e  i n i t i a l l y  bonded by 
two o r  more methylene groups i n  t h e  pr inc ipa l  chain.  This argument can be 
r e s t a t e d  t o  specify t h a t  only those phenolic r i n g  s t r u c t u r e s  which are m u l t i -  
p l e  bonded i n  t h e  v i r g i n  polymer a r e  re ta ined i n  t h e  thermally crosslinked 
intermediate.  The s tage i s  now s e t  f o r  t h e  elimination of the  terminal methyl 
groups as methane and t h e  keto groups as carbon monoxide a t  temperatures above 
5000 c .  

The thermally crosslinked intermediate ( V I I I )  i s  postulated t o  l o s e  
methane and carbon monoxide above 300' C by chain sc i ss ion  and recombination 
t o  give the  unstable char ( I X )  observed a t  500° C as shown i n  f igure  l l ( c ) .  
This unstable char i s  i n  e f f e c t  a highly crosslinked diphenyl e ther  polymer. 

Thermally s t a b l e  char networks a r e  depicted as forming by continued 
crossl inking of the  aromatic r ings present i n  char ( I X )  with the  elimination 
of both hydrogen and water. It can be seen t h a t  the  o v e r a l l  react ion mecha- 
nism leading t o  a s t a b l e  char proceeds through a thermally crosslinked in te r -  
mediate with elimination of pendant aromatic r ings  and re ten t ion  of a l l  those 
aromatic carbons which exis ted as multiple bonded aromatic r ings i n  the  v i rg in  
polymer. 

This mechanism w a s  evaluated i n  p a r t  by applying it t o  the  experimental 
r e s u l t s  obtained by Madorsky ( r e f .  2 )  f o r  t h e  stepwise isothermal analysis  of 
a simple phenol formaldehyde r e s i n .  Madorsky suggests no mechanism. He 
repor t s  only the  elementary analysis  of the  cured polymers with a 1:l r a t i o  of 
phenol t o  formaldehyde i n  t h e  t e s t  polymer. He considers an empirical  formula 
of C7H60, and a general  s t ruc ture  as follows: 

This s t ruc ture  gives an apparent average molecular weight of the  repeat u n i t  
of 106. The overa l l  y ie ld  of s t a b l e  char which would be predicted by the  
appl icat ion of t h e  react ion mechanism given i n  t h i s  paper, provided a l l  t h e  
phenol groups a r e  multiple bonded, can be estimated from t h e  following 
express ion : 

(10) 
6(~)12 .oi 

M Ye = 

where 

N number of aromatic r ings per average mer u n i t  

M molecular weight of average mer uni t  
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i n  which the re  a r e  s ix  aromatic carbons per r ing  and 12.01 is  gram atomic 
weight of  carbon. 
pred ic t s  a char y i e ld  of 67.8 percent f o r  Madorsky's phenolic r e s in .  Bu t  
Madorsky reported a char y i e ld  of 56 percent a t  800' C .  A t  the  r a t i o  of 1:l 
phenol t o  formaldehyde (an equivalence r a t i o  of 0.67) there  i s  in su f f i c i en t  
formaldehyde t o  provide multiple bonds f o r  a l l  of the  phenolic groups. This 
polymer would be expected t o  give a s izable  sol f r ac t ion  and a f i n i t e  number 
of pendant phenolic end groups. 
ber  of  pendant groups, t h e  number can be calculated by appl icat ion of t he  
postulated mechanism t o  t h e  elementary ana lys i s  and char y i e ld .  

N o  pendant end groups are assumed i n  t h i s  equation which 

Although Madorsky d id  not determine the  num- 

The general  s t ruc tu re  f o r  t h e  1:l phenol formaldehyde resin can be 
rewr i t ten  t o  include both multiple and s ingly  bonded aromatic r ings  as 
follows ; 

It follows from the  elementary analyses t h a t  

- -  + - 1.00 
Z 

The molecular weight of average m e r  un i t  i s  given by 

Ax + B y  + Cz = M (12) 

If only the  carbons of multiple bonded r ings  a re  re ta ined i n  the  char,  then 

and 

x = N  

72.01 x Yc = 
M 

Lett ing A equal B,  and subs t i t u t ing  M i n  terms of A, B, C ,  and z i n  
4 and rearranging,  one obtains:  

106-5 

(s - 106.5) 
YC 

(13) 

(14) 

Applying t h e  char y i e ld  obtained by Madorsky of 56 percent a t  800° C one 
obtains  a r a t i o  of 5:l f o r  x multiple bonded r ings  t o  y s ing ly  bonded 
r ings .  A n  average m e r  un i t  i n  which x = 5, y = 1, and z = 6 i s  postulated 
f o r  Madorsky's r e s i n .  
as a s t r u c t u r a l  parameter i s  i l l u s t r a t e d  by t h i s  appl ica t ion .  

The p o s s i b i l i t y  of using t h e  thermochemical char y i e ld  



Winkler ( r e f .  10) has observed t h a t  both the  parent ions of phenol and 
c re so l  a r e  formed i n  about equal amowits when a phenolic novolac r e s i n  is 
decomposed- a t  300° C d i r e c t l y  i n  a t ime-of-fl ight mass spectrometer a t  

It i s  suggested, and the  mechanism requi res ,  t h a t  t h e  3 and 4 car- 
bon oxygenated species ,  reported as acetone, propanols and butanols have t h e i r  
o r ig in  i n  the  fragmentation of phenolic pendant groups after they  a r e  e l i m i -  
nzted f r o m  the  main chain.  
these species up t o  .500° C .  
given above, and the  proposed mechanism, a y i e ld  of about 13 percent can be 
estimated f o r  these  v o l a t i l e s  from t h e  pendant end groups (eliminated as 
phenol and c re so l )  which subsequently fragment under Madorsky's condi t ions.  
Madorsky a l s o  found both carbon monoxide and hydroger! i n  about equal amounts 
as the  p r inc ipa l  vapor products formed from the  phenolic r e s i n  above >OOo C .  
These vapor products a r e  consis tent  with those expected from t h e  decomposi- 
t i o n  of t he  thermally crosslinked intermediate given as ( V I I I )  i n  f igu re  l l ( c ) .  
The g rea t e s t  y i e ld  of hydrogen observed by Madorsky w a s  found t o  occur a t  
temperatures above 800' C. 
reac t ion  proposed f o r  conversion o f  ( I X )  t o  s t a b l e  char.  

t o r r .  

Madorsky observed about a 12-percent y i e ld  of 
Fromthe s t r u c t u r a l  ana lys i s  f o r  t h i s  polymer 

This observation i s  a l s o  consis tent  with the  

From the  foregoing, it can be concluded t h a t  t he  experimental r e s u l t s  
obtained by Madorsky from the  1:l phenol formaldehyde polymer are cons is ten t  
with the  proposed mechanism. Obviously, t h e  thermal degradation of cross- 
l inked phenolic r e s ins  is  not a random chain sc i ss ion  process,  but r a the r  i s  
i n i t i a t e d  a t  s ing ly  bonded phenolic end groups by homolytic s c i s s ion  t o  give 
aromatic species as t h e  v o l a t i l e  products.  

The formation of t he  keto intermediate ( ( V I I )  i n  f i g .  11) is  compatible 
with t h e  inf ra red  analyses of thermally oxidized phenolic r e s i n  intermediates 
reported by Conley ( r e f .  31, but as ind ica ted ,  does not require  oxidation 
i n i t i a t i o n  f o r  i t s  formation. Conley found considerable d i f f i c u l t y  i n  observ- 
ing s ign i f i can t  amounts of keto s t ruc tu res  e a r l y  i n  t h i s  pyrolysis  required 
t o  i n i t i a t e  t he  oxidation mechanism. It i s  most probable t h a t  i n  t h e  thermal 
oxidation both oxidation i n i t i a t i o n  and thermal chain sc i ss ion  a s  indicated 
occw i n  a concerted way. Random chain sc i s s ion ,  i n i t i a t e d  by oxygen and 
heat as suggested by Conley may be v a l i d .  It remains t o  be determined, how- 
ever ,  i n  t he  oxidation case how important each mechanism is  i n  contr ibut ing 
t o  the  thermal degradation of polymer. A s  discussed, t h e  oxidation i n i t i a t i o n  
i s  of l i t t l e  i n t e r e s t  t o  t he  ab la t ion  case,  except where the  polymer has been 
p a r t l y  oxidized during f ab r i ca t ion .  

It i s  a l s o  worth noting, in  connection with the  proposed mechanism, t h a t  

This polymer, t o  be sure ,  possesses multiple bonded aromatic r ings  
polybenzyl a l s o  reported by Madorsky gives  no char y i e ld  by pyrolysis  i n  
vacuo. 
through methylene br idges.  However, t h i s  polymer contains no hydroxyl func- 
t i o n a l i t i e s  through which it can rearrange t o  give the  necessary aryloxy 
crosslinked intermediate leading t o  char formation i n  a methylene bonded sys- 
t e m .  It should be expected t h a t  the  polybenzyl wauld decompose by r e p e t i t i o n  
of t he  proposed i n i t i a t i o n  s t ep  t o  give high y ie lds  of benzene and toluene.  
This w a s  found t o  be the  case.  
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Phenolic noyoLacs (I) and i ts  - - -  hexa-cured der ivat ives  .- This react ion 
mechanism can be applied t o  explain t h e  char-forming reactions of the phenolic 
novolacs described i n  t h i s  paper. To do so, it i s  convenient t o  analyze the 
kinds of thermograms given i n  f igure  6 ,  by p lo t t ing  the  r a t e  of vapor produc- 
t i o n  d ( 1  - Y)/dt as a function of t h e  programmed thermogravimetric tempera- 
ture .  The r e s u l t s  of t h i s  ana lys i s  a r e  given i n  f igure  12 f o r  th ree  

FRACTION POLYMER 

I 

0 zoo 400 600 eo0 
TEMPERATURE, O C  

I 

I- c 

I-f 

Figure 12.- Mass-loss rates 
from thermograms of hexa- 
cured phenolic novolac a t  
d i f f e r e n t  e x t e n t s  of 
conversion. 

hexa-cured phenolic novolac r e s i n s ,  namely, 
( I ) ,  (I-c)  , and ( I - f ) .  The s o l  f rac t ions ,  X,, 
determined experimentally f o r  these three  
polymers a r e  indicated.  Three d i s t i n c t  maxim 
a r e  observed representing the maximum r a t e s  
for  three consecutive vapor producing processes 
a t  250°, 3750, and 525O C y  respect ively.  
can be seen t h a t  there  i s  considerable overlap 
between these react ions.  There i s  some indi- 
cat ion of addi t ional  react ions between 600° 
and 800° C y  but the overlap i s  so  extensive 
as t o  mask these react ions almost completely. 

It 

It i s  possible t o  r e l a t e  these observa- 
t i o n s  t o  the  mechanism proposed above. The 
f i rs t  weight l o s s  observed up t o  250' i s  
believed t o  be due t o  the l o s s  of t r a c e  amounts 
of nonpolymeric impurit ies such as ammonia, 
unreacted hexa, and adsorbed moisture. The 
maxima f o r  the  second weight l o s s  a t  about 

3750 C appear t o  vary proport ional ly  w i t h  the  observed sol f rac t ion .  
case of these phenolic r e s i n s ,  the weight f r a c t i o n  of soluble polymer, Xs, i s  
equal t o  the  f r a c t i o n  containing s ingly bonded phenolic end groups. It i s  
a l s o  proportional t o  t h e  t o t a l  weight f r a c t i o n  of polymer containing these 
pendant groups. The react ion a t  375' C i s  the  dominant one f o r  the uncross- 
l inked oligomer ( I )  ( s o l  f r a c t i o n  of 1.00). 
( the  second thermochemical reac t ion)  occurring a t  525O C i s  dominant, having 
the  most highly crosslinked der iva t ive ,  ( I - f )  ( s o l  f r a c t i o n  of 0 .09) .  The 
mechanism requires  t h a t  there  must be a proportionate decrease i n  the  yield 
of the  thermally crosslinked intermediate and a consequent reduction i n  char 
yield as t h e  s o l  f r a c t i o n  increases t o  I, and the  number of pendant groups 
increases .  
525' C y  are proportional t o  t h e  amount of mater ia l  l o s t  by each process. 
area under t h e  525' C maxima i s  proportional t o  t h e  amount of the  thermally 
crosslinked intermediate ( ( V I I )  i n  f i g .  11) formed by t h e  f irst  react ion.  
This y ie ld  is  g r e a t e s t  f o r  t h e  most highly crosslinked system. The f i n a l  
react ion i n  which t h e  thermally crosslinked intermediates a r e  converted t o  
s t a b l e  char cannot be resolved by these thermogravimetric techniques. It i s  
possible t o  improve t h e  reso lu t ion  of t h e  intermediate react ions by varying 
t h e  extent of cure of these phenolic novolacs. Winkler ( ref .  10) has taken 
advantage of  t h i s  means t o  resolve the  overlapping k i n e t i c s  of these 
processes. 

In the  

The t h i r d  observed weight l o s s  

The areas under each of these consecutive maxima, a t  375O and 
The 

It can be concluded t h a t  t h e  consecutive s e r i e s  of react ions observed i n  
t h e  course of thermogravimetric pyrolysis  correspond t o  the  p r i n c i p a l  reac- 
t i o n s  out l ined i n  t h e  proposed mechanism. The observed var ia t ion  i n  the 



exten t  of these  reac t ions  as t h e  number of pendant phenolic groups i s  var ied 
i s  cons is ten t  with t h e  requirements of t h e  proposed mechanism. Isothermal 
pyro lys i s  techniques may be required t o  resolve t h e  d e t a i l s  of t h e  f i n a l  con- 
vers ion of t h e  thermally crosslinked intermediates t o  s t a b l e  char .  

It is  c l e a r  t h a t  any a n a l y t i c a l  expression developed t o  pred ic t  t h e  char 
y i e ld  from polymer s t ruc tu re  must take i n t o  account t h e  number of s ing ly  
bonded phenolic groups present i n  t h e  polymer. This can be done most con- 
venient ly  by expressing t h i s  s t r u c t u r a l  parameter i n  terms of t h e  s o l  f r a c t i o n  
X, and t h e  number of pendant groups i n i t i a l l y  present i n  t h e  polymerizable 
I 

oligomer. The t o t a l  number 
process per gram of polymer 

of aromatic 
decomposed, 

r i ngs  l o s t  during t h e  i n i t i a t i o n  
cp, i s  given simply as 

cp = (; - 7) N - P  xs (16) 

where 

N t o t a l  number of aromatic r ings  per average m e r  un i t  

M average molecular weight of repeating m e r  un i t  

P average number of pendant s ing ly  bonded aromatic r ings  i n  oligomer 

M' average molecular weight of oligomer 

The number of aromatic r ings  coalescing t o  form char i s  simply the  t o t a l  num- 
ber  present minus cp. For six carbon-atom aromatic r ings ,  and f o r  any number 
of pendant groups i n i t i a l l y  present i n  t h e  parent oligomer, t he  char y i e ld  is  
given by 

Yc = 72.06[: - (l - T) N - P  Xs] 

0 .2 .4 .6 .e 1.0 
SOL FRACTION, X, 

Figure 13.- Variat ion of thermo- 
gravimetr ic  char y i e l d  of 
phenolic novolac r e s i n s  with 
s o l  f r a c t i o n .  

The observed char y i e ld  f o r  t h e  various 
phenolic novolacs has been p lo t ted  i n  f igu re  13 
as a funct ion of t h e  measured s o l  f r a c t i o n .  It 
can be seen, as expected, t h a t  t he  char y i e ld  
decreases l i n e a r l y  with t h e  increasing f r a c t i o n  
of soluble polymer. 
cent w a s  observed f o r  t h e  completely soluble  
phenolic novolac oligomer ( I ) .  The proposed 
mechanism can be applied t o  t h i s  oligomer 
through equation (17) t o  ca lcu la te  t he  number of 
pendant phenolic end groups, P, present with a 
s o l  f r ac t ion  equal t o  1.00 and a char y ie ld  
equal t o  43.2. 
t h e  parent phenolic novolac m u s t  have th ree  
pendant groups. 
completely admissible with t h e  s t ruc tu re  de te r -  
mined. The l i n e  i n  f igu re  13 w a s  obtained by 

A char y i e ld  of 43.2 per- 

These observations require  t h a t  

This necessary condition i s  
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use of equation (17) and t h e  s t r u c t u r a l  parameters and sol f r ac t ion  as given 
previously.  The observed char y i e lds  agree w e l l  with those predicted by the  
equation. If t h i s  equation i s  appl ied t o  a completely crosslinked system i n  
which 
been possible  t o  prepare t h i s  model. 
ava i lab le  da ta  poin ts  gives  t h e  calculated value of 65.0 f o r  t h i s  completely 
crosslinked s t ruc tu re .  

Xs = 0.00 and r = 1.00, t h e  char y i e ld  i s  63.0 percent.  It has not 
The bes t  extrapolat ion through t h e  

Diphenyloxide ~~ modified phenolic res ins . -  N o  character izat ion of t he  
ex ten t  of crossl inking w a s  performed on these polymers. 
s i b l e  t o  co r re l a t e  t h e  observed char y i e lds  f o r  the polymers given i n  
t a b l e  111, from t h e  information given f o r  t h e  monomer s t ruc tu re  and the  effec-  
t i v e  equivalence r a t i o s ,  r. It i s  possible  t o  use th ree  reference points  
which can be ca lcu la ted  f r o m t h e  monomer o r  prepolymer s t ruc tures  by means of 
equation (17) .  These a r e  a t  r = 0, r = 1.00, and r = 3.00 where Xs must 
be 1, 0 ,  and 1, respec t ive ly .  In f igu re  14 t h e  predicted char y ie ld  i s  given 

However, it is pos- 

r 

.20 L I I I I 
0 I 2 3 4 

= TOTAL NUMBER OF METHYLOL GROUPS PER MOLECULE OF POLYMETHYLOL 
TOTAL NUMBER OF ACTIVE DIPHENOL SITES PER MOLECULE OF DIPHENOL 

Figure 14.- Effect of equivalence ratio on 
thermogravimetric char yield of diphenyl- 
oxide modified phenolics. 

as a function of t he  equivalence 
r a t i o  , r . It has been assumed i n  
t h i s  case t h a t  t h e  s o l  f r ac t ion  
va r i e s  l i n e a r l y  with the  r value.  
Two s t r a i g h t  l i n e s  have been drawn 
with the  two anchor points  t o  the  
maximum char y ie ld  predicted f o r  
Xs = 0.00 f o r  t h i s  system. The 
y ie lds  of char obtained experimen- 
t a l l y  from these diphenyloxide 
systems have been p lo t ted  as a 
function of t he  character iz ing r 
values.  These points  appear t o  l i e  
c lose t o  the  l i n e s  predicted by 
equation (17) and t o  go through a 
maximum a t  r = 1.00 a s  expected. 
Polymers f r o m  diphenyloxide modi- 
f i e d  phenolics with r values much 

d i f f e r e n t  from 1 are of l i t t l e  i n t e r e s t  because of the  absence of useful  phys- 
i c a l  p rope r t i e s .  For t h i s  reason it i s  believed tha t  the  e f f ec t ive  equiva- 
lence r a t i o  and a knowledge of monomer s t ruc tu re  a r e  su f f i c i en t  fo r  
character iz ing t h e  char forming proper t ies  of  these  systems. One may a l so  
in fe r  t h a t  isomeric (ortho-para) d i f fe rences  i n  phenolic s t ruc ture  a r e  not 
important i n  determining these  char y i e lds ,  s ince the  char y ie lds  of polymers 
derived f r o m  isomeric mixtures of both diphenol ( I V )  and i t s  polymethylol 
der iva t ives  co r re l a t e  with t h a t  calculated with equation (17) f o r  these 
polymers. 

A s  discussed previously,  t h e  reac t ion  of dialkyldiphenol ( I X )  with poly- 
If one assumes t h a t  dialkyldiphenol ( I X )  methylol phenol (111) is not known. 

has reacted with t h e  methylol phenol i n  t h e  ava i lab le  ortho pos i t ions ,  t he  
proposed mechanism p red ic t s  g rea t e r  char y i e lds  than those observed. This 
f a c t  suggested t h a t  t h e  dialkyldiphenol d id  not r eac t  t o  form the  multiple 
bonded groups needed f o r  incorporating these  r ings  in to  the  char s t ruc tu re .  
If it i s  assumed t h a t  only t h e  unsubst i tuted diphenol r eac t s  t o  form multiple 
bonded phenolic r ings ,  and t h a t  t h e  dialkyldiphenol e x i s t s  i n  the  polymer as 
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an unreacted d i luen t ,  t h e  mechanism w i l l  p r ed ic t  a char y i e ld  of 52 percent; 
t h e  value observed f o r  t h i s  polymer is  54 percent .  This agreement i s  suffi- 
c i e n t l y  good t o  support t he  f a c t  t h a t  dialkyldiphenol ( I X )  has not reacted i n  
the ' formation of  t h i s  polymer. It thus can be seen t h a t  t he  char y i e ld  may 
a l s o  be applied t o  determine t h e  r e a c t i v i t y  of a pa r t i cu la r  monomeric 
component. 

Epoxy novolacs cured with Nadic methyl anhydride.- The pyrolysis  of these  
complex polyester  phenolic deFTvatives y i e lds  s t a b l e  chars i n  i n e r t  environ- 
ments by t h e  same general  mechanism out l ined f o r  t h e  phenolics.  It should be 
noted, however, t h a t  t h e  s o l  f r a c t i o n  of t he  anhydride cured epoxy novolacs 
bears  no d i r e c t  r e l a t ionsh ip  t o  the  number of phenolic derived r ings  present 
i n  t h e  f i n a l  polymer. 
f u l l y  crosslinked as possible  through t h e  ava i lab le  funct ions.  Accordingly, 
equation (17) may be rewr i t ten  without t h e  sol f r ac t ion  parameter a s  

The epoxy novolac polymers given i n  t a b l e  X a r e  as 

12.01[6(~ - P ) ]  Yc = 
M 

where N and M have t h e  same d e f i n i t i o n  as given above, but  P must be fur- 
t h e r  spec i f ied  as the  t o t a l  number of aromatic r ings  possessing only one 
methylene bridge per m e r  u n i t .  This spec i f ica t ion  i s  necessary s ince these  
groups a r e  not pendant end groups i n  the  anhydride-cured epoxy novolac, but  
s t i l l  a r e  s ing ly  bonded through one methylene group t o  the  main chain.  

If t h i s  modification of equation (17) i s  used f o r  ca lcu la t ing  the  char 
y i e ld  expected f o r  each of t h e  nine polymers given i n  t a b l e  V ,  t h e  d i f fe rence  
between the  calculated and experimental char y i e lds  i s  r e l a t i v e l y  cons is ten t .  

The di f fe rences  observed i n  each case a r e  exac t ly  and uniquely equal t o  t he  
contr ibut ion t h a t  would be made by the  th ree  carbons of  each epoxy group i n  
each polymer. 
may be accounted f o r  by t h e  modification of equation (18) t o  give 

The contr ibut ion of these  epoxy carbons t o  t h e  t o t a l  char y ie ld  

(19) 12.01[6(~ - P)- + SI Yc = 
M 

where S i s  t h e  t o t a l  number of epoxy group carbons per  average mer un i t  M. 

Equation (19) w a s  used t o  ca lcu la te  t he  expected thermochemical char 
y i e lds  f o r  t h e  nine epoxy novolac polymers given i n  t a b l e  V f r o m t h e i r  com- 
pos i t i on .  
agree qui te  well with those found by thermogravimetric analyses of these 
pol$mers. 

These r e s u l t s  a r e  compared i n  t a b l e  X I I .  The calculated values 



TABU =I-- COMPARISON OF CHAR YIELDS OBTAINED FROM E A  WITH 
THOSE CALCULATED BY EQUATION (19) , r = 0.85 

Epoxide equivalents 
of monomers 

- (XI (XI) (XI0 

0.833 
,667 
.500 
333 

.167 
0 
0 
0 
0 

0.167 
333 

.500 
0677 
.833 

.680 
350 

1 .oo 

0 

0 
0 
0 
0 
0 
0 

.32o 

.650 
1.00 

Calculated 
char yield 

11.0 
13.3 
16.8 
17.6 
18.4 
22.5 
24.5 
23.6 
28.6 

Thermogravimetr ic 
char vield 

11.0 
14.3 
16.4 
18.5 
19.1 
23.1 
23 .o 
26.3 
29.1 

M 
12.01 [6 (N-P) +S] The thermogravimetric char yields of these .32 - Yc = 

epoxy novolacs are plotted in figure 15 as a 
.28 - function of the values obtained by applying 

equation (19) to the known structure of these 
2 w .24 - resins. This agreement is sufficiently close to 

lend considerable support to the proposed mecha- 
V AGREEMENT nism. Furthermore, the results are consistent 
W for the entire series of epoxy novolacs with 

>u 
a- 

n 

widely varying structures. 

McAllister (ref. 11) pointed out that cer- 
I 1  I tain epoxy resins derived from bisphenol A, 

.08 .I2 .I 6 .20 .24 28 .32 
CALCULATED CHAR YIELD, Yc although crosslinked, give no char when pyro- 

Figure 15.- Comparison of mea- lyzed. The aromatic ring system for such 
sured thermogravimetric char epoxides m y  be represented as 
y ie lds  of anhydride-cured 
epoxy novolacs with calcu- 
l a t e d  va lues .  

CH3 

It can be seen that the bisphenol A monomer contributes only aromatic groups 
which are singly bonded through one aliphatic bridge and do not possess the 
basic conformation required by the mechanism to retain these aromatic rings. 
Consequently, no char is produced. One may conclude that if the bisphenol A 
moiety is the only source of aromatic rings, its polymeric derivatives will 
produce no char. For this reason polycarbonates based on bisphenol A do not 
form chars. 

To understand the extension of the proposed mechanism for simple phenolic 
novolacs to these complex anhydride-cured epoxy novolacs, it is necessary to 
compare both structural differences in these polymers and similarities . 



observed i n  t h e  course of t h e  pyrolysis  reac t ions .  The following general  
s t ruc tu re  for  these  anhydride cured epoxy systems has been establ ished by I R  
and elementary analyses:  

OH H 0 0 
H I 1  I I  I1 

H C - C - C - 0 - C  

Like t h e  simple phenolic, t he  epoxy novolac comprises a main chain of  both 
s ingle  and multiple-bonded phenolic r ings .  In  t h e  s t ruc tu re  as given, t he re  
are n multiple-bonded phenolic r ings .  For example, monomer ( X )  contr ibutes  
no multiple-bonded r ings  t o  i t s  der iva t ives ,  whereas monomers (XI) and ( X I I )  
contr ibute  1.80 and 5.64 aromatic r ings ,  respec t ive ly ,  which a r e  multiple 
bonded through phenyl methylene phenyl br idges.  Accordingly, these  a r e  t h e  
only aromatic r ings  i n  these  polymers, t h e  carbons of which can be expected 
t o  contr ibute  t o  char y i e ld .  Monomer charac te r iza t ion  i s  s u f f i c i e n t  t o  def ine 
these  s t ruc tu res .  It can be seen t h a t  a f t e r  reac t ion  with t h e  anhydride, an 
e s t e r  and secondary hydroxyl group i s  obtained from t h e  r ing  opening of the  
epoxide group. No such e s t e r  c ross l ink  e x i s t s  i n  t h e  phenolic novolacs. 

Thermal decomposition of these  polymers is not  i n i t i a t e d  by aromatic 
group elimination. 
matic group el iminat ion)  with the  l o s s  of Nadic methyl anhydride and 
cyclopentadiene. The anhydride forms from t h e  decomposition of t he  ha l f  e s t e r  
present i n  the  polymer and the  cyclopentadiene from a reverse Diels Alder 
reac t ion  occurrlng a t  t h e  c l u s t e r  l inkage.  
reported by Fleming ( r e f .  12) .) 
t he  secondary hydroxyl group i s  eliminated a s  water. In t h i s  process, t he  
r e su l t i ng  unsaturated three-carbon der iva t ive  condenses t o  give a new six- 
membered aromatic r ing .  F ina l ly  a t  350° C ,  t h e  phenyl groups which a r e  only 
s ing ly  bonded a r e  eliminated by the  same process as f o r  t h e  simple phenolic 
novolac . 

Rather pyrolysis  begins a t  260° (350' required f o r  aro- 

(These processes agree with those 
The remaining maliec e s t e r  then ruptures and 

It can be concluded t h a t  t he  same bas ic  char-forming mechanism preva i l s  
f o r  t he  anhydride-cured epoxy novolac as f o r  t h e  simple phenolics so  f a r  as 
re ten t ion  of  multiple bonded phenolic r ings  i s  concerned. B u t ,  i n  addi t ion,  
t h e  degradation of the epoxide s ide  chain followed by condensation produces 
addi t iona l  phenoxy-bonded aromatic r ings  which a r e  a l s o  re ta ined  as char.  

Additional experimental evidence t o  support the  appl ica t ion  of  t he  basic  
pyrolysis  mechanism developed f o r  simple phenolic novolac t o  account f o r  t h e  
char y ie lds  of these  anhydride-cured epoxy novolacs can be provided by exami- 
na t ion  of t h e  thermograms obtained f o r  these  r e s i n s .  The thermogram f o r  t he  
anhydride-cured epoxy novolac (polymer 6 )  w a s  analyzed by p lo t t i ng  t h e  
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I thermal decomposition. The maxima f o r  t he  
first reac t ion  appear a t  250° C .  
l i c  der iva t ives  w e r e  found as vapor products 
during t h i s  reac t ion .  It i s  pa r t i cu la r ly  
in t e re s t ing  t o  note t h a t  t he  maxima f o r  the  

cured epoxy novolac occur a t  375O C .  
i s  prec ise ly  t h e  temperature f o r  elimination 
of t he  pendant phenolic end groups observed 
f o r  the simple phenolic novolac. It i s  c l ea r  
t ha t  t h i s  i s  the temperature f o r  aromatic 

No pheno- 

second reac t ion  i n  t h e  case of t he  anhydride- 
This 

I 1 1 ,  I group elimination f o r  both kinds of polymers. 



can be seen t h a t  t h e  char y ie ld  va r i e s  l i n e a r l y  with swelling volume. F r o m  
t h i s  f igure  it can be concluded t h a t  the only aromatic r ings  t h a t  contr ibute  
t o  char formation a r e  those which are mult iply bonded by methylene groups, as 
required by t he  general  mechanism. 

A COMPARISON OF THE THERMOGRAVIMETRIC CHAR YIELDS WITH THOSE OBTAINED 
BY SIMULATED "TRY KEATING 

In t h i s  inves t iga t ion  it has been shown t h a t  a general  reac t ion  mecha- 
nism can predic t  accura te ly  t h e  primary char y i e ld  of phenolic r e s ins  and 
r e l a t ed  polymers i f  t h e i r  molecular s t ruc tu re  i s  known. Furthermore, it has 
been demonstrated t h a t  these predicted primary char y i e lds  can be used t o  
pred ic t  t h e  y ie lds  of composites derived from these polymers. It i s  now of 
i n t e r e s t  t o  compare these  r e s u l t s  with those obtained under environments t h a t  
simulate reent ry  heat ing.  

Two methods of simulating reent ry  heat ing environments were employed. 
The rad ia t ion  component of aerodynamic heating w a s  simulated by means of an 
arc-imaging furnace,  and the  convective heating w a s  simulated by an a r c  j e t  
as described by Lundell ( r e f .  1 3 ) .  By these  techniques it w a s  possible  t o  
apply heating rates ranging from 20 t o  l 5 O  c a l  cm-2sec-1. 
produced surface temperatures between 1700° t o  3500° K.  
t h e  applied heating r a t e s  gave polymer temperature rise rates of  5000° t o  
8000~ C per minute a s  compared with 2O t o  120 C per minute i n  the  
thermogravimetric t e s t s .  

These heating rates 
A s  mentioned above, 

To prevent surface combustion reac t ions ,  t h e  one-dimensional pyrolyses 
were car r ied  out e i t h e r  i n  vacuum o r  i n  helium i n  an a r c  imaging furnace,  and 
i n  a ni t rogen a r c  j e t .  To determine t h e  ab la t ion  char y i e lds ,  t he  char cap 
was removed a t  approximately t h e  pyrolysis  zone and t h e  conversion of polymer 
t o  char w a s  measured gravimetr ical ly .  The r e s u l t s  a r e  shown i n  t a b l e  X I I I .  

TABLE XII1.- A COMPARISON OF TKFWCGRAVLMETRIC CHAR YIELDS 
WITH ARC FURNACE CHAR YIELDS AT 200 MICRONS PRESSURF: 

Calculated char Arc furnace Ye a t  low 
Compos it e y i e ld ,  Ye E A ,  YC and high heating r a t e s - .  

LDPN 
EN C - 1  
EN C-2 

31.4 

11.0 
22.5 

29.1 
23 .i 
11.0 

c a l  cm-2sec-1 = applied heating r a t e  a 

25a 150" 
29.2 38.1 
24.0 28.0 
9.0 9.0 

3 

For t h e  phenolic-nylon composite t he re  i s  good agreement between t h e  
thermogravimetric char y ie lds  and a rc  furnace char y ie lds  produced a t  heating 
rates of approximately 25 c a l  cm-2sec-l which causes char surface temperatures 
of 1600~ K. 
char formation i s  negl ig ib le .  The char y i e ld  increases  about 9 percent a t  

It can be concluded t h a t  t he  e f f e c t  of heating r a t e  on primary 
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the high heating-rate condition which produces a surface temperature of about 
3000° K. The increase i n  char y i e ld  i s  believed t o  be due t o  t h e  cracking of 
carbon-bearing vapor species on the  hot char matrix formed as primary char. 
This increase i n  char y i e ld  can be accounted f o r  i f  the  nylon vapors are 
assumed t o  contr ibute  exac t ly  four  atoms of carbon f o r  every m e r  u n i t  decom- 
posed by secondary cracking. Achhammer ( re f .  14)  iden t i f i ed  the primary 
vapor products of 6-6 nylon vaporization as cyclopentanone, cylclohexylamine 
and ammonia. One might expect t he  cyclopentanone t o  decompose by cracking a t  
t h e  high heating rate (high char temperature) t o  give carbon, hydrogen, and 
carbon monoxide. 

.4 

0 
W 
y .3 

3 . 2 -  

a 

P 
.I 

The composite derived from the  anhydride cured epoxy novolac (polymer 6 )  
a l s o  gave ab la t ion  char y i e lds  i n  good agreement with the calculated primary 
char y i e ld  a t  the  low heating rate. Again, with t h i s  polymer system char 
y i e ld  increases about 4 percent a t  t h e  high heating rate.  
a l s o  a t t r i b u t e d  t o  cracking and secondary char deposit ion.  I n  t h i s  case,  t he  
p r inc ipa l  source of secondary char y i e ld  i s  probably the cyclopentadiene 
decomposing by cracking. It appears t h a t  t h e  aromatic species a l s o  evolved 
as vapor products are not cracked a t  the  high heating rate. 

This increase i s  

- 

- 

- 

This conclusion i s  supported by t h e  r e s u l t  obtained with the  l o w  char 
y i e ld  composite EN C - 2 .  Here the  p r inc ipa l  vapor products are aromatic 
species .  I n  t a b l e  X I I I ,  it can be seen tha t  the  ab la t ive  char y ie ld  of t h i s  
composite agrees f a i r l y  well  with the  primary char y ie ld  from thermo- 
gravimetric analyses a t  both the low and high heating ra te .  It can be con- 
cluded t h a t  the  formation of secondary char depends on both the  char surface 
temperature and the  chemical cons t i tu t ion  of the vapor products produced by 
t h e  primary char-forming processes.  

Under ce r t a in  t e s t  conditions,  the  char y i e lds  obtained from the  low- 
dens i ty  phenolic-nylon composite i n  the  a rc  image furnace ana a rc  j e t  may be 
compared. Both kinds of tes ts  should be car r ied  out i n  i n e r t  atmospheres t o  
preclude surface combustion and a t  heating r a t e s  which do not produce char 
sublimation. These conditions were m e t  i n  the a r c  furnace by carrying out 
t he  pyrolyses a t  a constant s t a t i c  pressure of 3x10-4 atmosphere of helium 
and i n  an a rc  j e t  a t  impact pressures of nitrogen which var ied from 1X10e2 t o  
2.7 atmospheres. The char y i e lds ,  obtained under these condi t ions,  with the  

.5 r 

THERMOGRAVIMETRIC 
CHAR YIELD 

PRESSURE, atm 
0 2.7 I 

,003 
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I ,  I -u 
0 5 IO I5  20 25 30 35X1O2 

SURFACE TEMPERATURE, "K  

Figure 16.- Effec t  of char  SUT- 

face  temperature on a b l a t i v e  
char  y i e l d .  

LDPN composite a r e  given as a function 
of surface temperature i n  f igure  18. It 
can be seen t h a t  the  measured char 
y ie lds  obtained i n  both the  a r c  furnace 
and a r c  j e t  up t o  surface temperatures 
of 2000° K agree with the  thermogravi- 
metric char y i e ld  observed a t  800° C .  
This agreement suggests t h a t  t h e  p r i -  
mary char-forming react ions of t h i s  com- 
pos i te  are independent of polymer 
heating rates, from 2' t o  5000° C per 
minute. T h i s  result i s  consis tent  with 
the fact  that t h e  char-forming react ions 
are consecutive noncompetitive processes. 
It has been found, by d i f f e r e n t i a l  



thermal ana lys i s  of t h e  phenolic novolac ( I - e ) ,  used i n  t h i s  composite, t h a t  
t he  reac t ions  producing t h e  crosslinked intermediates required t o  form char 
are exothermic. The react ions converting these  intermediates t o  char are 
endothermic. It i s  in te res t ing  t h a t  t he  net  enthalpy change (heat of pyroly- 
sis)  f romthese  two processes i s  negl ig ib le .  O n l y  t h e  heat  absorbed by t h e  
endothermic heat of pyrolysis  of t h e  nylon need be considered i n  estimating 
t h e  heat absorbed by pyrolysis  of t h i s  composite. For the  nylon t h i s  heat 
has been estimated t o  be about 500-600 cal/g.  

It can a l s o  be seen i n  f igure  18 t h a t ,  under arc-furnace conditions,  
t he re  i s  a gradual increase i n  char y i e ld  w i t h  increasing surface temperature 
from 2000° t o  3000' K.  
the  higher temperature. This incremental increase has been explained by the  
p a r t i a l  cracking of t he  nylon vapors t o  give secondary char. A t  impact pres- 
sures g rea t e r  than 0.10 atmosphere (produced i n  t h e  a r c  j e t )  a fu r the r  
increase i n  char y ie ld  i s  observed. This increase i n  char y i e ld  may be due t o  
an increased residence time of t he  primary pyrolysis  vapors i n  the  hot char 
matrix s ince t h e  increase i n  impact pressure decreases t h e  ve loc i ty  of gases 
passing through the  char.  

The y ie ld  seems t o  a t t a i n  a constant value again a t  

Ames Research Center 
National Aeronautics and Space Administration 
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